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bstract

This article reports experimental observations of the flow kinematics and stability of thin fluid sheets produced by a series of commercially
vailable flat-fan and hollow-cone spray nozzles for a series of viscoelastic wormlike micelle solutions. As the flow rate through the nozzle is
ncreased, the sheets of viscoelastic fluid grow larger and eventually becoming unstable and atomizing into drops. For the sheets of water produced
y the flat-fan nozzles, the fluid rims of the sheets were found to destabilize first. The addition of viscoelasticity was found to stabilize the rim
hile simultaneously destabilizing the internal fluid sheet. What results is a series of novel flow structures comprised of highly interconnected
laments created by the growth of multiple internal holes that develop within the fluid sheet. Increasing viscoelasticity of the test fluid was found
o stabilize the thin films produced by both the flat-fan and hollow-cone spray nozzles, thereby shifting the break-up of the sheets to larger flow
ates. However, beyond the critical flow rate for sheet rupture, increases to the fluid elasticity were found to alter the dynamics of the atomization
f the viscoelastic fluid sheets by increasing the number and growth rate of holes in the sheet while simultaneously reducing the initiation time for
heet rupture.
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. Introduction

In this article we report on the experimental observations of
he flow kinematics and stability of thin fluid sheets produced
y a series of commercially available flat-fan and hollow-cone
pray nozzles for a series of viscoelastic wormlike micelle solu-
ions. The structure, kinematics and stability of thin films have
een well studied both experimentally and analytically through-
ut the literature for Newtonian fluids [1–4]. However, despite
he importance of these fluids and flows to a host of commer-
ial and industrial applications such as agrochemical spraying,
pray coating, and inkjet printing, little work has been done to
tudy the break-up of thin films of viscoelastic fluids [5–10].
he studies that do exist focus primarily on correlating atomiza-

ion characteristics and droplet size distribution measurements
o changes in polymer concentration, molecular weight and fluid

heology. These correlations are often valid only for a specific
ozzle design. The mechanisms of break-up in these systems are
till not well understood.

∗ Corresponding author.
E-mail address: rothstein@ecs.umass.edu (J.P. Rothstein).
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A good deal of literature does, however, exist describing the
ole of viscoelasticity on forestalling the break-up of laminar
apillary jets [11]. The break-up dynamics of liquid jets are gov-
rned by the extensional viscosity, ηE, and the surface tension,
, of the fluid. For polymeric or wormlike micelle solutions, the
hear and extensional viscosities can be strong functions of the
ow kinematics, the rate of deformation and the deformation
istory, η = f (γ̇, γ, t). The dynamical response of the fluids in
xtensional flows is quite different than in simple shear. Whereas
he shear viscosity will often heavily thin with increasing shear
ate, the extensional viscosity can increase by several orders of
agnitude with increasing strain [12]. This strain hardening has

een shown to stabilize viscoelastic jets while retarding satellite
rop formation and increasing the main droplet size [11,13,14].

As the length of the fluid jet exceeds the circumference,
hey become unstable against break-up into droplets [13,15].
n the small Ohnesorge number regime, Oh = η/

√
ρσR << 1,

his break-up is resisted by inertia; the characteristic time for
reak-up of fluid jets is approximately the inertio-capillary or

ayleigh timescale, τR = (ρR3/σ)1/2 ≈ 10−3 s. Here σ is the sur-

ace tension of the fluid jet, R the jet’s radius, ρ the mass
ensity of the fluid, and η is its shear viscosity. The vis-
oelasticity of the jet can forestall the break-up of laminar
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apillary jets [11]. For these fluids the Ohnesorge number is
ypically large Oh � 1, the break-up of the jet is resisted by
he fluid viscosity, and the characteristic timescale for break-up
s the visco-capillary timescale τv = ηR/σ. For a viscoelastic

aterial, elasticity becomes important when the characteristic
iscoelastic timescale, λ, approaches the characteristic timescale
f the flow. In other words, when the Deborah number based on
he extension rate, ε̇, developed within the jet becomes greater
han one, De = λε̇ > 1. For these viscoelastic fluids, it is the
xtensional viscosity ηE and not the shear viscosity that resists
he break-up of the fluid jet. The characteristic time for jet break-
p is given by the viscoelastic-capillary timescale τE = ηER/σ
16]. For polymer and wormlike micelle solutions, the exten-
ional viscosity can increase by several orders of magnitude
s the extension rate and the accumulated strain are increased
the Trouton ratio can become quite large, Tr ≡ ηE/η > 1000)
12,17–19]. Consequently, strain hardening has been shown to
elay the break-up of viscoelastic jets by dramatically increasing
he viscoelastic-capillary timescale [11,14,20,21].

The stability and break-up of viscoelastic fluid sheets is
ot as well studied nor as well understood. Harrison et al. [8]
nvestigated the effect of polymer concentration and rigidity on
wirl-type hollow-cone spray nozzle. They demonstrated that
ndependent of the polymer rigidity, very low concentrations of
olymer increased the angle of the hollow cone produced by the
ozzle and enhanced the break-up and atomization process. As
he concentration was increased, the increased viscoelasticity
nd specifically increased extensional viscosity of the polymer
olutions were found to reduce the cone-angle and negatively
mpact the atomization. Eventually, at a large enough concen-
ration, the hollow cone could not be formed and a ‘rope’ was
ormed as the spray cone collapsed [8]. Xing et al. [5] investi-
ated the atomization of water-born latex coatings. Their study
nd that of Mun et al. [6] demonstrated that stabilization of vis-
oelastic fluid sheets could be correlated directly to increases
f extensional viscosity. Additionally, it has been demonstrated
hat increasing extensional viscosity increased the average size
f the spray droplets and broadened the drop size distribution
5,6]. Mun et al. [6] also showed that it may be necessary to
edesign the current commercially available nozzles if they are
o be optimized for viscoelastic fluids.

Brenn et al. [10] performed a linear stability analysis on
non-Newtonian liquid sheet moving within an inviscid gas.
hey showed that unlike a liquid jet, for a liquid film sur-

ace tension is stabilizing and not destabilizing. The sheets are
estabilized by aerodynamic effects. The fluid viscosity also sta-
ilizes the sheets, but the elasticity of the non-Newtonian fluid
trongly destabilizes the sheet increasing the growth rates of
oth symmetric and anti-symmetric two and three-dimensional
isturbances [10]. What is interesting is that many of the results
f Brenn et al.’s [10] linear stability analysis for this very ide-
lized version of a thin viscoelastic sheet do not agree with the
xperimental observations of the atomization of non-Newtonian

iquids using commercial spay nozzles [5,6,8] and impinging
iquid jets [9] where the transition from stable to unstable flow
as found to move to larger flow rates and Weber numbers with

ncreasing elasticity number.
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Experiments have shown that as the flow rate is increased,
he fluid sheets produced by flow nozzles have been observed
o transition through a series of different flow regimes. Aero-
ynamic forces are often the source of the initial disturbances
n the fluid sheet. For low viscosity Newtonian fluids such as
ater these out-of-plane oscillations continue to grow with flow

trength resulting in a flapping motion that eventually results
n the atomization of the sheet [2]. In some cases the atomiza-
ion of the sheet is initiated by a capillary-driven rim instability
22]. With more viscous Newtonian fluids, fingers can appear
long the rim producing a flow structure that Bush and Hasha
escribed as fluid ‘fishbones’ for the case of impinging fluid jets
9,22].

Miller et al. [9] studied the flow produced by impinging jets of
iscoelastic fluids. They found that although oscillations were
bserved within the rim of the fluid sheet, the increased vis-
osity and the elasticity of the micelle solutions reduced their
mplitude to the point that no fingering was observed. Above a
ritical flow rate, the sheets were found to destabilize through
randomly located internal failure producing a series of com-
licated interconnecting internal rims Miller et al. called ‘fluid
ebs’ and ‘fluid tendrils’ [9].
In the sections that follow, we will report on the experi-

ental observations of the flow kinematics and stability of thin
uid sheets produced by a series of commercially available flat-
an and hollow-cone spray nozzles for a series of viscoelastic
ormlike micelle solutions. In Section 2, we will describe the

xperimental procedure and the rheology of the test fluids. In
ection 3, we will present our results and demonstrate the role
f viscoelasticity on the atomization of thin films. Finally, in
ection 4 we will conclude.

. Experimental

.1. Flow geometry and experimental setup

To generate the fluid sheets, fluid was pumped through a
eries of stainless steel flat-fan spray nozzles with expansion
ngles of β = 30◦, 65◦ and 120◦ and a hollow-cone spray noz-
le with an expansion angle of β = 70◦ all purchased from
cMaster Carr. These are commonly used commercial nozzles

se for the atomization of liquids. Volume flow rates of up to
= 4 × 10−6 m3/s were achieved using one or more identical

yringes driven by a linear stepper motor. Images and schematic
iagrams of the nozzles used are provided in Fig. 1. Images
f the thin films were taken with both a digital SLR camera
Nikon D70) with exposure times of 1/4000th of a second and
high-speed digital video camera (Phantom V4.2) capable of

apturing video at 90,000 frames per second, but were primarily
sed between 1000 and 4000 frames per second.

.2. Test fluids
A series of viscoelastic wormlike micelle solutions contain-
ng between 10 and 25 mM cetyltrimethylammonium bromide
CTAB) and equal molarities of sodium salicylate (NaSal) in
istilled, deionized water were used in these experiments. Each
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) hollow-cone spray nozzles used in these experiments.
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Table 1
Parameters characterizing the rheology of the CTAB and NaSal wormlike
micelle solutions

CTAB (mM) NaSal (mM) η0 (Pa s) λ (s) G (Pa) El

10 10 5.0 18 0.28 4.3 × 104

1
2

o
a
d
l
m
b
a
a
c
a

o
r

Fig. 1. Schematic diagram of the (a) flat-fan and (b

f these solutions is well above the critical micelle concentra-
ion, which for CTAB in pure water is CMC = 9 × 10−4 M [23].
t these concentrations, the wormlike micelle solutions are con-

entrated and entangled with significant number of entanglement
oints per chain [23]. The solutions were prepared and allowed
o equilibrate at room temperature for several days before exper-
ments were performed.

.3. Shear rheology

The steady and dynamic shear rheology of the test fluid
as characterized using a TA cone-and-plate controlled stress

heometer (Model AR2000) with a 6 cm diameter and 1◦ trun-
ated cone. The micelle solutions were loaded and allowed to
quilibrate at T = 25 ◦C for several minutes. The samples were
ot presheared. In the regime of linear deformation imposed
y these small amplitude oscillatory shear flows, it has been
hown that wormlike micelle solutions can be accurately mod-
led by a Maxwell model having just one or two relaxation times
24]. In Fig. 2, the storage modulus, G′, and loss modulus, G′′,
f the wormlike micelle solutions with concentrations of 10,
7.5 and 25 mM CTAB and NaSal are plotted as a function

f angular frequency, ω, along with the prediction of a single
ode Maxwell model. In Table 1, the zero-shear-rate viscosity

0 and relaxation time λ for each viscoelastic surfactant solu-
ion are listed. The linear viscoelastic data and the predictions

ig. 2. Linear viscoelastic shear rheology of the wormlike micelle solutions
sed. The filled symbols denote the storage modulus G′ while the open symbols
enote the loss modulus G′′. The data include aqueous solutions of: (�) 10 mM
TAB and 10 m M NaSal; (�) 17.5 mM CTAB and 17.5 mM NaSal; (�) 25 m
CTAB and 25 mM NaSal; and (—) the fit from a single mode Maxwell model.
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7.5 17.5 41 35 1.2 4.8 × 105

5 25 68 27 2.5 6.8 × 105

f the single mode Maxwell models are in good agreement for
ll of the wormlike micelle solutions tested over much of the
ynamic range. However, deviations are observed at large angu-
ar frequencies corresponding to the Rouse-like behavior of the

icelle between entanglement points [25]. This deviation, which
ecomes more pronounced as the concentration of surfactant
nd salt and therefore the number of entanglements per chain
re reduced, is consistent with observations in the literature and
an be used to calculate the characteristic timescale for break-up
nd reformation of the micelles [26,27].

In Fig. 3, the steady shear viscosity, η is plotted as a function
f shear rate, γ̇ for the three fluids used. At small shear rates the
esponse of the fluid is Newtonian and the viscosity is constant.
s the shear rate is increased, the fluids begin to shear thin very
eavily; the shear stress plateaus with increasing shear rate and

he viscosity dependence on shear rate approaches a slope of
∝ γ̇−1. For the sake of completeness, the important rheologi-

al parameters of each solution are presented in Table 1. A more

ig. 3. Steady shear rheology of the wormlike micelle solutions used. The exper-
mental data include aqueous solutions of: (�) 10 mM CTAB and 10 m M NaSal;
�) 17.5 mM CTAB and 17.5 mM NaSal; (�) 25 mM CTAB and 25 mM NaSal.
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omplete discussion of the fluid shear rheology and the rheo-
ogical models used to fit the data can be found in our recent
ublications [12,28]. For comparison, water with viscosity of
= 0.001 Pa s was also used in both the flat-fan and hollow-cone

pray nozzles.

.4. Extensional rheology

Strain hardening of the extensional rheology of polymer solu-
ions and wormlike micelle solutions has been shown to stabilize
iscoelastic jets while retarding satellite drop formation and
ncreasing the main droplet size [11,13,14,20,21]. Therefore,
t is important to characterize the response of the test fluids in
oth shear and extensional flows. Capillary break-up extensional
heometry (CaBER) measurements [19,29–33] were performed
sing a filament stretching rheometer [12,19,33,34] to drive the
nitial step strain required to produced the liquid bridge.

A plot of the apparent Trouton ratio, Tr = ηE/η0, for the
hree wormlike micelle solutions is presented in Fig. 4 as a
unction of Hencky strarn, ε = −2 ln(Rmid/R0). Here Rmid is the
adius of the fluid filament, R0 the initial filament radius, ηE
he extensional viscosity and η0 is the zero shear rate viscos-
ty. The extensional viscosity of each of the fluids was found
o strain harden and approached an equilibrium value at large
encky strains. For a point of comparison, the Trouton ratio

or a Newtonian fluid is independent of strain and equal to
r = 3. The value of the Trouton ratio was found to increase
ith decreasing surfactant concentration. This is consistent with

he previous literature which showed that for a both entangled
ormlike micelle solutions and entangled polymer solution that
he degree of strain hardening decreases with increasing con-
entration [12,19,33,35]. However, unlike polymer solutions,
ormlike micelle solutions have been found to fail in strong

xtensional flows imposed by filament stretching rheometers

ig. 4. Transient homogeneous uniaxial extensional rheology. The Trouton
atios were measured using a capillary break-up extensional rheometer and are
ll performed at a Deborah number of De = 2/3. The experimental data include
queous solutions of: (�) 10 mM CTAB and 10 m M NaSal; (�) 17.5 mM CTAB
nd 17.5 mM NaSal; (�) 25 mM CTAB and 25 mM NaSal.
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hrough a dramatic rupture of the fluid filament near its axial mid-
lane [12,19,33,36]. Similar rupture events were also observed
or wormlike micelle solutions in pendent drop experiments
37]. This filament failure likely stems from the scission of
ormlike micelles resulting in a dramatic breakdown of the
icelles en masse [12] and are likely to have great significance

o a number of industrial flows of wormlike micelle solutions,
ncluding the atomization of spays, where strong extensional
ow are often encountered.

. Results and discussion

.1. Flat-fan nozzles

When the thin liquid sheet produced by both the hollow-
one and flat-fan nozzles are composed of Newtonian fluids like
ater, the resulting fluid dynamics are controlled by a balance
f inertial, gravitational and capillary stresses. At sufficiently
igh speed and Reynolds and Froude numbers, the effects of
ravity can be neglected. When the fluid is viscoelastic, elastic
tresses must also be considered, resulting in changes to both the
inematics and stability of the thin film. The spray nozzles are
esigned to produce a flow which is spread radially outward at an
ngle between 65◦ < β < 120◦. As seen in Fig. 5, surface tension
nd elasticity resist the spread of the thin film and ultimately
estrict its size resulting in the formation of a relatively thick
im around the film in the case of the flat-fan nozzle. As we will
iscuss in Section 3.2 and can be seen in Fig. 16, no such rim is
ormed for the case of the hollow-cone nozzle. For the flat-fan
ozzle, the sheet eventually closes back in upon itself forming
n apex below the nozzle exit and giving the sheet a leaf-like
ppearance.

As seen in Fig. 5, as the volume flow rate of the fluid through
he flat-fan nozzles is increased, the fluid sheet expands in size
nd transitions through a series of different flow regimes. Aero-
ynamic forces or, in some cases, a rim instability [22] are
he source of the onset of the initial disturbances in the fluid
heet. Oscillations in the fluid sheet become more pronounced
ith increasing flow strength. For low viscosity Newtonian
uids such as water, these oscillations continue to grow with
ow strength resulting in an out-of-plane flapping motion that
ventually results in the atomization of the sheet [2,10]. These
ut-of-plane oscillations can be observed in Fig. 6. As the con-
entration of surfactant increases, the increased viscosity and
lasticity of the fluid are observed to dampen the out-of-plane
scillations of the fluid sheet causing the subsequent break-up
o move to larger flow rates.

Above a critical flow rate, the sheets produced by the flat-fan
ozzles were observed to become unstable, eventually atomiz-
ng into drops. The atomization process occurs very differently
or the Newtonian and viscoelastic fluids tested here. As seen
n Fig. 7A, the rims of the water sheets were observed to form
ngers. These fingers were then observed to grow with time or

istance from the nozzle eventually breaking up into drops and
estabilizing the fluid sheet from the edges in towards the center
f the thin film. For the viscoelastic wormlike micelle solutions
n Fig. 7B, the rim remains stable and coherent while sheet expe-
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Fig. 5. The effects of flow rate increase on fluid sheet break-up are shown for Weber n
with 10 mM CTAB/NaSal and a 65◦ flat-fan nozzle.

Fig. 6. Effects of aerodynamic-induced oscillations on the break-up of (A) water
and (B) 10 mM (C) 17.5 mM (D) 25 mM CTAB/NaSal for a 65◦ nozzle and a
volume flow rate of 4.8 × 10−6 m3/s (Weber number of We = 3.0 × 103 for (A)
and We = 4.9 × 103 for (B), (C) and (D)).
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umbers of (A) We = 1.2 × 103, (B) 4.9 × 103, (C) 1.1 × 104, and (D) 2.0 × 104

iences a number of randomly located internal failures. As the
apillary and elastic stresses retract the sheet from the rapidly
xpanding hole, an internal rim is formed. As shown in Fig. 5,
he frequency of the internal sheet rupture events increases with
ncreasing flow rate. As the internal rims produced by multiple
upture collide to produce a complicated interconnected, a struc-
ure is formed which is similar to the ‘fluid webs’ observed by

iller et al. [9] which resulted from impinging two obliquely
ligned jets of viscoelastic wormlike micelle solutions.

The stabilization of the sheet rims with increasing fluid elas-
icity is not altogether unexpected. Strain hardening of the exten-
ional viscosity of these wormlike micelle solutions can result in
viscoelastic-capillary timescale of as much as τE = ηER/σ ≈ 6 s
hile for water the break-up of the rim is governed by a Raleigh

imescale of approximately τR =
√

ρR3/σ ≈ 10−3 s. On the
ther hand, the destabilization of the internal fluid sheet with
he addition of fluid elasticity is less intuitive. Our observations
o, however, agree well with the linear stability theory of Brenn
t al. [10] who showed that viscoelastic fluid sheets were less
table than Newtonian fluid sheets to internal failures resulting
rom infinitesimal out-of-plane perturbations of the fluid sheets.
In Figs. 8 and 9, the progression of the flow structures, shown
n Figs. 5 and 7, are mapped out in a diagram showing the
ependence of the structure on the fan angle and the governing
imensionless groups; the elasticity number which is a ratio of
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ig. 7. The images show (A) unstable water rim and (B) stable viscoelastic rim f
65◦ flat-fan nozzle.

he Weissenberg and Reynolds numbers, El = Wi/Re = λη0/ρR2,
nd the Weber number, We = ρU2D/σ. Here R and D are the
adius and diameter of the nozzle orifices, respectively. The elas-
icity numbers is a material property independent of flow rate and
s given in Table 1 for each of the wormlike micelle solutions.
he dimensionless groups chosen here represent a single slice

n a multidimensional parameter space containing all the pos-
ible dimensionless groups. The elasticity number and Weber
umber were chosen to highlight the importance of elasticity,
nertia and surface tension while insuring that only one axis was
function of flow rate. A side-by-side comparison between the

tomization of water and the viscoelastic 17.5 mM CTAB/NaSal
olution at the same flow rate in Fig. 7 clearly shows that the
ddition of elasticity forestalls the onset of the rim instability,

ut destabilizes the internal sheet. However, if one compares
wo viscoelastic fluids, one finds that although a small amount
f viscoelasticity destabilizes the internal sheet when compared
o the atomization of a Newtonian fluids, further increasing the

ig. 8. Diagram illustrating the dependence of the stability and structure on flow
trength and fluid rheology for the 65◦ flat-fan nozzle. The symbols represent:
�’, a stable sheet; ‘�’, an unstable rim; and ‘�’, internal sheet rupture. Borders
etween the flow regimes are not quantitative, but are meant only to guide the
eader’s eye.
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17.5 mM CTAB/Nasal solution at a volume flow rate of 4.8 × 10−6 m3/s using

lasticity of the fluid was found to forestall each of the identi-
able flow transitions. In addition, increasing the flat-fan angle
as found to destabilize the fluid sheets. The stability diagrams

n Figs. 8 and 9 are for only the 65◦ and 120◦ nozzles, respec-
ively. The results for the 30◦ nozzle are not shown because the
heets of all the viscoelastic wormlike micelle solutions were sta-
le for all the experimentally obtainable flow rates. Comparing
igs. 8 and 9, it can be observed that increasing the nozzle angle
estabilizes the fluid sheet and improves atomization. Take for
xample the 25 mM CTAB/NaSal solution, El = 8.7 × 105, for
hich the critical Weber number for the onset of internal sheet

upture is found to decrease by nearly 30%, from We = 3.4 × 103

o 2.4 × 103, as the nozzle angle is increased from 65◦ and 120◦.
his is demonstrated by the images presented in Fig. 10 which

learly show an increased size and number of holes in the fluid
heet with increasing nozzle angle.

In order to analyze the high-speed video quantitatively, the
mages were imported into MatlabTM and a series of measure-

ig. 9. Diagram illustrating the dependence of the stability and structure on flow
trength and fluid rheology for the 120◦ flat-fan nozzle. The symbols represent:
�’, a stable sheet; ‘�’, an unstable rim; and ‘�’, internal sheet rupture. Borders
etween the flow regimes are not quantitative, but are meant only to guide the
eader’s eye.



ARTICLE IN PRESS+Model

J.C. Thompson, J.P. Rothstein / J. Non-Newtonian Fluid Mech. 147 (2007) 11–22 17

F aSal
a

m
o
o
i
s
w
c
f
s
w
d
a
i
a
a
r
b
e
s

F
t
C
b
fl

t
t

v
r
n
i
s
r
v
p
fl
t
n
b

ig. 10. Increased nozzle angle improved sheet break-up for the10 mM CTAB/N
nd (C) 120◦ nozzles.

ents were made to further investigate the break-up dynamics
f the fluid sheets. Because the large extensional viscosities
f these micelle solutions tend to retard the break-up of the
nterconnected internal fluid rims making up the fluid webs, mea-
urements of drop size and distribution were difficult. The fluid
ebs were extremely long-lived, remaining coherent for tens of

entimeters downstream of the nozzle. Our measurements thus
ocused instead on how quantities such as the spread angle of the
heet, initiation time of sheet rupture, growth rate of the holes
ithin the sheet, and the number and size of holes at several
istances downstream of the nozzle exit changed with nozzle
ngle, flow rate and fluid properties. In Fig. 11, the spray angle
s plotted as a function of flow rate for the 65◦ and 120◦ nozzles
nd the 10, 17.5 and 25 mM solutions. None of the solutions
chieved the design angle of the nozzle. Increases to the flow

ate had little effect on the expansion angle of the fluid sheet,
ut increasing elasticity was found to dramatically reduce the
xpansion angle of the fluid sheet. The effects of elasticity were
ignificantly more pronounced with increasing nozzle angle and

ig. 11. The angle of the fluid sheet exiting the flat-fan nozzle as a func-
ion of volume flow rate for ‘�’, 10 mM CTAB/NaSal solution, ‘�’, 17.5 mM
TAB/NaSal solution, and ‘�’, 25 mM CTAB/NaSal solutions. The filled sym-
ols represent a 120◦ flat-fan nozzle while the hollow symbols represent the 65◦
at-fan nozzle.
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solution at a Weber number of We = 4.9 × 103 as shown by the (A) 30◦ (B) 65◦

he increasing strength of the extensional flow produced within
he expanding sheet.

In many applications, it is advantageous to atomize the fluid
ery quickly. In Fig. 12, the average time needed to initiate sheet
upture is plotted as a function of flow rate for the 65◦ and 120◦
ozzles and the 10, 17.5 and 25 mM solutions by dividing the
nitial rupture location by the average velocity of the flow. The
heet is observed to rupture more quickly with increasing flow
ate, nozzle fan angle and fluid elasticity. One interesting obser-
ation is that the break-up time seems to become less sensitive to
arameters like nozzle angle and fluid elasticity with increasing
ow rate. If we had instead measured the position of the ini-

ial sheet rupture as a function of flow rate, the curve would be
on-monotonic; initially decreasing with increasing flow rate,
ut then approaching a plateau or even increasing at large flow

ates as the perturbations in the sheet move away from the nozzle
ore quickly.
By measuring the size and frequency of the holes in the fluid

heets, it is possible to determine the growth rate of the holes

ig. 12. The average time required for the initialization of sheet rupture as a func-
ion of volume flow rate for ‘�’, 10 mM CTAB/NaSal solution, ‘�’, 17.5 mM
TAB/NaSal solution, and ‘�’, 25 mM CTAB/NaSal solutions. The filled sym-
ols represent a 120◦ flat-fan nozzle while the hollow symbols represent the 65◦
at-fan nozzle.
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Fig. 13. The average hole diameter within the sheet formed by the flow of ‘�’,
water, ‘�’, 10 mM CTAB/NaSal solution, ‘�’, 17.5 mM CTAB/NaSal solution,
and ‘�’, 25 mM CTAB/NaSal solution through a 120◦ flat-fan nozzle. The solid
symbols are measured at a volume flow rate of 3.5 × 10−6 m3/s (We = 2.8 × 103)
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Fig. 14. The average fraction of the sheet ruptured as a function of position
downstream of the nozzle for the flow of ‘�’, 10 mM CTAB/NaSal solution,
‘�’, 17.5 mM CTAB/NaSal solution, and ‘�’, 25 mM CTAB/NaSal at a volume
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connecting fibrils of the fluid webs. One therefore expects to
hile the hollow symbols are at 6.9 × 10−6 m3/s (We = 1.1 × 104). The dashed
ines are a linear fit to the data.

nd estimate the eventual drop size distribution. In Fig. 13, mea-
urements of the average hole diameter were taken at several
ocations downstream of the nozzle exit for each of the worm-
ike micelle solutions and volume flow rate of 3.5 × 10−6 m3/s
We = 2.8 × 103) and 6.9 × 10−6 m3/s (We = 1.1 × 104). As
bserved in Fig. 12, increasing the fluid elasticity destabilizes
he sheet causing it to rupture closer to the nozzle exit. As seen in
ig. 13, the initial hole growth is very fast and is likely the result
f the release of the elastic potential energy built up within the
heet as the flow expands and stretches out of the nozzle. The
rowth rate of the holes which can be calculated as the slope of
he data in Fig. 13 multiplied by the velocity of fluid. After the
nitial fast growth, in the sheet appears to slow and the average
ole size begins to increase linearly with increasing position and
ime. An interesting observation is that the long time growth rate
f the holes in the sheet appears to be nearly independent of fluid
lasticity, increasing only very slightly with increasing surfac-
ant concentration and elasticity. This suggests that the long time
rowth of the holes is governed by a balance of capillary forces
nd inertia because each of the solutions has similar surface
ension and density it would follow that the velocity of a hole
rowth governed by these parameters would be independent of
he surfactant concentration and rheological properties. How-
ver, calculations of an inertio-capillary or Rayleigh velocity
efined as uR = (σ/Rρ)1/2 ≈ 0.5 m/s results in a velocity which is
n order of magnitude larger than the observed growth rate of the
oles within the sheet is approximately uh ≈ 1 mm/s. Addition-
lly, the growth rate of the holes is an order magnitude smaller
han both the elastic wave speed, uel = √

G/ρ, and the capil-
ary velocity, ucap = σ/η0, both of which are order 10 mm/s and

dditionally are strong functions of fluid rheology. If, however,
e calculate a viscoelastic-capillary velocity using the exten-

ional and not the shear viscosity, the resulting velocity is of the

o
i
m

ow rate of 3.5 × 10−6 m3/s (We = 2.8 × 103). The hollow symbols represent the
5◦ flat-fan nozzle and the filled symbols represent the 120◦ flat-fan nozzle.

orrect order, uve = σ/ηE ≈ 0.5 mm/s, and the result is nearly
ndependent of surfactant concentration. This can be understood
y inspecting the equilibrium Trouton ratios of the three fluids
n Fig. 4. The Trouton ratio is found to increases with decreasing
urfactant concentration and at the same time the shear viscosity
s found to decrease with decreasing surfactant concentration.
he end result of these two trends is an equilibrium extensional
iscosity which is not very sensitive to the surfactant concentra-
ion. This suggests that after the initial formation of the holes,
heir expansion is governed by a balance of the capillary stresses
nd the extensional stresses developed within the flow.

To further determine the degree of atomization, the average
raction of the sheet ruptured is plotted as a function of posi-
ion downstream of the nozzle in Fig. 14. The fraction of the
heet ruptured is calculated by dividing, for a given cross-section
f the sheet, the total length of holes bisected by the width of
he sheet. The fraction of sheet ruptured initially grows linear
ith position (or time), but as the holes begin to interact on

he sheet, an internal rim structure is formed and the degree of
heet rupture asymptotes at a value between 80% and 90% of the
heet. The dynamics of hole growth and interaction are shown
n Fig. 15 which shows a time series of hole growth for each of
he three wormlike micelle solutions. The time between images
s 1/4000th of a second and the images clearly show the speed at
hich the holes grow and the way they interact to form a web-

ike structure. The eventual size of the atomized droplets can be
stimated by measuring the diameter of the interconnected fluid
laments; the final fluid drop sizes will increase with increas-

ng filament size. From Fig. 15, it is clear that increases in fluid
lasticity results in an increase in the thickness of the inter-
bserve an increase in the average final drop size with increas-
ng fluid elasticity even though the fluid sheet tends to rupture

ore quickly and more often with increasing fluid elasticity.
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ig. 15. Time series of images showing the evolution and growth of holes in shee
roduced by a 120◦ flat-fan nozzle at Weber number of We = 2.8 × 103.

.2. Hollow-cone nozzles

Swirl-type hollow-cone nozzles rely on fluid inertia to throw
he fluid to the outside of the nozzle, overcome surface ten-
ion and produce a hollow cone. For low viscosity fluids such
s water this design has been found to work very well, how-

ver, for higher viscosity fluids such as the wormlike micelle
olutions tested here, the Reynolds number can be quite small
0.01 < Re < 10) and viscous effects can dominate over inertial
ffects. However, as the flow rate and subsequently the shear

M
f
h
F

) 10 mM CTAB/NaSal, (b) 17.5 mM CTAB/NaSal and (c) 25 mM CTAB/NaSal

ate within the tubing upstream of the nozzle and nozzle itself is
ncreased, the shear viscosity of the wormlike micelle solutions
ill shear thin to values very close to that of water as seen in
ig. 3. The transitions from jetting to complete atomization of

he hollow cone are shown in Fig. 16 for the 10 mM CTAB/NaSal
ormlike micelle solution for a series of increasing flow rates.

any of the flow transitions observed in Fig. 16 are observed

or both water and the viscoelastic wormlike micelle solutions,
owever, the previously unobserved flow phenomena seen in
ig. 16c and d are clearly a direct result of the fluid elasticity.
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ig. 16. The effects of flow rate increase on fluid sheet break-up are shown for
b) 2.4 × 10−6 m3/s (We = 1.3 × 103), (c) 2.7 × 10−6 m3/s (We = 1.7 × 103),
.1 × 10−6 m3/s (We = 2.2 × 103), and (g) 3.6 × 10−6 m3/s (We = 2.9 × 103) from

At low flow rates, a rotating fluid jet is produced from the
ollow-cone nozzle; see Fig. 16a. As the flow rate and subse-
uently the rotation rate of the jet are increased, the jet transitions
rom a circular cross-section to a much flatter cross-section
aking on a twisted ribbon-like appearance; see Fig. 16b. As
he rotation rate is increased further, the edges of the ribbon
re destabilized, fingers grow and are ejected outward by the
uid inertia; see Fig. 16c. The length of the fingers grow with

ncreasing flow rate and because of the large extensional viscos-
ty of the wormlike micelle solutions, they remain remarkably
oherent forming intricate structures resembling ‘fluid trees’;
ee Fig. 16d. Close inspection of the ‘fluid trees’ near the nozzle

xit in Fig. 16d shows the early formation of the hollow-cone.
ith further increase in the flow rate the fluid trees gradually

ransition into a partial cone; see Fig. 16e. This partial cone even-
ually closes in upon itself forming a stable, closed hollow cone;

i
t
w
W

M CTAB/NaSal for volume flow rates of (a) 1.9 × 10−6 m3/s (We = 8.2 × 102),
2.8 × 10−6 m3/s (We = 1.8 × 103), (e) 2.9 × 10−6 m3/s (We = 1.9 × 103), (f)
llow-cone nozzle.

ee Fig. 16f. The stable closed cone is observed only for water
nd the lowest concentration wormlike micelle solution. Addi-
ionally, the stable closed cone was observed over a very small
ange of flow rates, eventually becoming unstable and atomizing
ith increasing flow rate; see Fig. 16g.
The progression of the flow structures shown in Fig. 16, are

apped out in Fig. 17 in order to illustrate the dependence of the
tructure on the governing dimensionless groups; the elasticity
umber and the Weber number. The figures clearly show that the
ddition and increase of elasticity forestalls all of the identifiable
ow transitions and the eventual atomization of the fluid sheets.
or a given Weber number, increasing elasticity was found to
ncrease the distance from the nozzle that atomization was ini-
iated, generally reduce the quality and degree of atomization,
hile reducing both the angle and width of the resulting cone.
hereas elasticity was found to destabilize the fluid sheet in
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Fig. 17. Diagram illustrating the dependence of the stability and structure on
flow strength and fluid rheology for the hollow-cone nozzle. The symbols rep-
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esent: ‘�’, fluid jets; ‘�’, fluid trees; ‘�’, partial cone; ‘�’, stable closed cone;
nd ‘ ’, ruptured cone. Borders between the flow regimes are not quantitative,
ut are meant only to guide the reader’s eye.

at-fan nozzles, it clearly stabilizes the sheet formed by hollow-
one spray nozzles.

. Conclusions

A series of experiments were performed to investigate the
ow kinematics and stability of thin viscoelastic fluid sheets
roduced by a series of commercially available flat-fan and
ollow-cone spray nozzles. The viscoelastic wormlike micelle
olutions used in these experiments were produced by mixing
surfactant, CTAB, and salt, NaSal, in water at a series of dif-

erent concentrations to vary the viscoelasticity of the fluids. As
he flow rate through the nozzles was increased, the viscoelastic
uid sheets were found to grow larger; eventually become unsta-
le, and atomizing into drops. For the flat-fan spray-nozzles,
ewtonian water sheets were found to first destabilize along the
uid rim. The addition of viscoelasticity was found to stabilize

he rim while simultaneously destabilizing the fluid sheet. The
nternal rims produced by multiple rupture eventually collide
ithin the fluid sheet to produce a complicated highly intercon-
ected structure which is similar to the ‘fluid webs’ observed by
iller et al. [9]. Increasing the viscoelasticity of the test fluid was

ound to stabilize the thin films produced by both the flat-fan and
ollow-cone spray nozzles. However, even though viscoelastic-
ty was found to forestall the break-up of these fluid sheets to
arger flow rates once the flow rate was increased beyond the
ritical flow rate for sheet rupture, increasing the fluid elasticity
as found to enhance the atomization of the viscoelastic fluid

heets by increasing the number and growth rate of holes in the
heet while simultaneously reducing the initiation time for sheet

upture. Although drop size distribution measurements were not
ossible in these experiments, based on the increasing size of
he interconnecting fluid filaments within the ruptured sheet one
ould expect an increase in the final atomized drop size with

ncreasing elasticity.
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