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ABSTRACT 

The unique rheological properties of viscoelastic wormlike micelle solutions 
have led to their broad use as rheological modifiers in consumer products such as 
paints, detergents, pharmaceuticals, lubricants and emulsifiers. In addition, micelle 
solutions have also become increasingly important in a wide range of industrial and 
commercial applications including agrochemical spraying, inkjet printing, turbulent 
drag reduction and enhanced oil recovery. Until recently, our knowledge of the 
rheology and flow behavior of these fluids was limited to linear viscoelasticity 
measurements where wormlike micelle solutions have been shown to behave as ideal 
Maxwell fluids, and steady shear rheology measurements where wormlike micelles 
often demonstrate shear banding. In this review, we survey recent experimental and 
theoretical developments for nonlinear rheology of viscoelastic wormlike micelle 
solutions and the response of these complex fluids to strong flows. Specific emphasis 
will be placed on extensional rheology measurements and complex flows having 
strong extensional components. In many of these flows, viscoelastic wormlike micelle 
solutions behave in a manner very similar to polymer solutions. Wormlike micelle 
solutions demonstrate strain hardening of their extensional viscosity which can result 
in an increased resistance to complex flows such as the flow past a sphere or the flow 
through porous media. Additionally, the large extensional viscosity of these fluids has 
led to significant drag reduction in turbulent flows. However, wormlike micelles are 
self-assembled and as such are quite different than polymer solutions. Under large 
elastic stresses, wormlike micelles can break apart. This failure and the resulting 
morphological changes have been linked to a number of newly discovered elastic 
instabilities not present in polymer solutions. As this review will show, strong flows of 
wormlike micelle solutions hold a wealth of interesting flow phenomena much of 
which is yet to be explored. 
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1. INTRODUCTION 

A number of recent review articles have been written on the rheology and 
applications of wormlike micelle solutions [1-5]. In this review, we intend to focus 
less on the linear viscoelasticity of these fluids and more on the strong flows that are 
found in a number of industries and applications for which wormlike micelle solutions 
are commonly used. 

Surfactants are amphiphilic molecules which have both a bulky hydrophilic 
head, which is often charged, and a relatively short and slender hydrophobic tail 
typically consisting of an 8-20 carbon atom chain. Above their critical micelle 
concentration (CMC), surfactant molecules in water will spontaneously self-assemble 
into large aggregates known as micelles to minimize the exposure of their tails to 
water [6-8]. In oil, reverse micelles are formed where instead the head-groups are 
shielded from the oil [9,10]. As seen in Figure 1, these large aggregates can form into 
a number of different complex shapes including spherical and wormlike micelles, 
vesicles and lipid bilayers [11]. The morphology of the aggregates depends on the size 
of the surfactant head group, the length and number of tails, the charge on the 
surfactant, the salinity of the solution, temperature, and the flow conditions [6,11]. 
Surfactants with a large head group and/or a single short tail tend to form spherical 
micelles while surfactants with small head groups and/or a single long tail tend to form 
wormlike micelles. Surfactants with two or more tails tend to form bilayers. The basis 
for these relatively simple distinctions are made quite clearly by Isrealachvili [12] 
using a packing argument based on the relative effective size of the surfactant head 
and tail groups. 

The phase diagram of surfactant solutions that form wormlike micelle solutions 
can be quite complex [11,13]. As the concentration of surfactant in solution is 
increased, a transition is observed from dilute individual micelles, to semi-dilute 
entangled micelles, to nematic, hexagonal, cubic or other ordered phases at the highest 
surfactant concentrations. Within the semi-dilute regime, increasing salt concentration 
can drive the wormlike micelles from linear, to branched and finally to an 
interconnected saturated network. For a linear wormlike micelle, the shape and area 
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 Figure 1: Schematic diagram of surfactant solutions showing various 

morphologies including spherical micelles, bilayers, wormlike micelles 
and entangled wormlike micelles which can impart viscoelasticity to the 
fluid. 
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per unit surfactant molecule is optimized at all positions along the backbone except at 
the endcaps [6]. When a linear micelle breaks, it must pay an energy penalty by 
forming two new end caps. In this regime, the electrostatic repulsion of the head 
groups is strong enough that the increased curvature of an endcap, which spreads the 
head groups apart, is favored over the concave curvature of a branch point which 
drives the charged head groups of the surfactants closer together. However, as the salt 
concentration is increased and the head group charges are sufficiently screened, the 
wormlike micelles can form three-point or four-point junctions. Evidence of the 
existence of these branched micelles can be seen in cryo-TEM images [14-18].  

This review will focus on surfactants that tend to form either linear or branched 
wormlike micelles because at large surfactant concentrations these wormlike micelles 
can grow very long, become entangled, and make the solution viscoelastic. As 
suggested by their pseudonym ‘living polymers,’ wormlike micelles display many of 
the same viscoelastic properties of polymers. However, although both wormlike 
micelle solutions and polymer solutions can be viscoelastic, wormlike micelles are 
physically quite different from polymers. Whereas the backbone of a polymer is 
covalently bonded and rigid, wormlike micelles are held together by relatively-weak 
physical attractions and as a result are continuously breaking and reforming with time. 
In an entangled network, both individual polymer chains and wormlike micelles can 
relieve stress through reptation driven by Brownian motion [7]. However, unlike 
polymeric fluids, wormlike micelle solutions have access to a number of stress relief 
mechanisms in addition to reptation. Wormlike micelles can relieve stress and 
eliminate entanglement points by either breaking and reforming in a lower stress state 
[8] or alternatively by creating a temporary branch point which allows two entangled 
micelles to pull right through each other thereby eliminating the entanglement point 
and relieving stress in what has become known as a ‘ghost-like’ crossing [19].  

Viscoelastic wormlike micelle solutions are currently being used extensively as 
rheological modifiers in consumer products such as paints, detergents, 
pharmaceuticals, lubricants and emulsifiers where careful control of the fluid 
properties are required. In addition, micelle solutions have also become important in a 
wide range of applications including agrochemical spraying, inkjet printing, turbulent 
drag reduction and enhanced oil recovery where they are often used as a polymer-free 
fracture fluid for stimulating oil production [1,2,20]. A fundamental understanding of 
the behavior of these complex fluids in different flow regimes is therefore extremely 
important to a host of industries. Techniques for the analysis and control of the flow of 
complex fluids require accurate determination of material properties as well as the 
ability to understand and predict changes that occur within the materials as they are 
subjected to the flow conditions encountered in industrial and commercial 
applications. Shear and extensional rheometers provide an excellent framework for 
investigating the behavior of these complex fluids because the flow kinematics tends 
to be simple. Additionally, these rheological measurements can shed light on the 
dynamics of wormlike micelle solutions in complex flows and phenomena such as 
elastic flow instabilities, which commonly occur in many of the industrial and 
commercial applications mentioned above. A number of studies of the nonlinear 
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rheology and the behavior of these complex fluids in strong flows have recently been 
published. It is the aim of this review to summarize the results of those studies.  

The outline of this review is as follows. In Section 2, we discuss the shear 
rheology of wormlike micelle solutions. In Section 3, we discuss extensional rheology 
measurements. In Section 4, we discuss complex flows of wormlike micelle solutions. 
Finally, in Section 5 we conclude and present our outlook for future research in this 
area. 

 

2. SHEAR RHEOLOGY OF WORMLIKE MICELLE SOLUTIONS 

2.1. Linear Viscoelasticity 

One of the observations that sparked the initial rheological interest in wormlike 
micelle solutions was that their linear viscoelastic response can often be quite 
accurately modeled by a Maxwell model having just one or two relaxation times 
[8,21]. The discrete multi-mode Maxwell spectrum is given by Equations 1 and 2,  
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 Figure 2: Small amplitude oscillatory rheology of CPyCl/NaSal 
solutions in 100mM NaCl at T = 20°C. The data include: storage 
modulus, G’ (filled symbols), and loss modulus, G” (open symbols), for 
‘■’ 50/25mM, ‘●’ 100/50mM, ‘▲’ 150/75mM, and ‘♦’ 200/100mM with 
two-mode Maxwell model fits to each of the data sets (−). (Adapted from 
Figure 2 of Ref. [23]) 
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where G’ and G’’ are the loss and storage moduli respectively, λi are the discrete 
relaxation times, ηi are the discrete viscosities and ω is the angular velocity [22]. 
Dividing the viscosity by the relaxation time we get the modulus of each mode of the 
fluid, /i i iG η λ= . In Figure 2, the linear viscoelastic response of a number of different 
wormlike micelle solutions are presented [23,24]. The solutions consist of a number of 
different concentrations of the cationic surfactant cetylpyridinium chloride (CPyCl) 
and sodium salicylate (NaSal) in an aqueous solution of 100mM sodium chloride 
(NaCl). In Figure 2, the molar ratio of surfactant to salt is fixed at 2:1. Superimposed 
over the data in Figure 2 is a two-mode Maxwell model fit which is in excellent 
agreement with the data. It should be noted that the relaxation times of the two modes 
are far enough apart for these fluids that a single-mode Maxwell model would 
adequately fit the data at low angular frequencies. These data are but one example 
demonstrating the ideal flow behavior of these fluids in the linear flow regime 
[8,13,21,25-32]. From the elastic modulus, a theoretical mesh size or correlation 
length of the entangled micelles can be calculated from elastic network theory, 

1/ 3
0( / )Bk T Gξ = , where kB is the Boltzmann constant and T is the temperature [33,34]. 

The mesh size is a good measure of the proximity of entanglements and density of the 
wormlike micelle mesh. 

Over the last two decades, Cates and coworkers have developed constitutive 
models which describe with excellent agreement the linear viscoelastic response of 
wormlike micelles [4,28,34,35]. Their model assumes two distinct relaxation 
mechanisms for the wormlike micelle chain; a break-up of the wormlike micelle that 
can occur with equal likelihood at any point along the chain and the reptation of the 
micelle through its confinement tube. The reptation and break-up relaxation 
mechanisms have characteristic time scales of repλ  and brλ , respectively. In the fast-
breaking limit, where the break-up time is much shorter than the reptation time, 

br repλ λ , Cates’ model [36] predicts that the linear viscoelastic response of these 
wormlike micelle solutions can be described by Maxwell fluids with a single 
relaxation time that is the geometric mean of the reptation and break-up time, 

1/ 2( )rep brλ λ λ= . Furthermore, in this regime Cates and Candau [35] developed a 
scaling for the relaxation time, elastic modulus and zero shear rate viscosity with 
volume fraction, φ, of surfactant zzz 

1/ 2 1.5( ) ,rep brλ λ λ φ= ∼   (3) 

2
0 ,G φ∼   (4) 

3.5
0 0 .Gη λ φ= ∼   (5) 
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The results of this scaling analysis have been shown to match the experimental 
data for a number of systems with very good agreement [37]. However, for systems 
with strongly binding counterions like Sal- and for wormlike micelle solutions that 
exhibit some degree of branching, the scaling of the viscosity and relaxation time with 
surfactant concentration often breaks down even as the modulus continues to follow 
the quadratic scaling with volume fraction [26,27,32,38]. The effect of salt 
concentration on the rheology of the wormlike micelle solutions can be quite complex; 
the viscosity and relaxation time are often non-monotonic functions of salt 
concentration [8,26,27,39].  

As seen in Figure 2, the linear viscoelastic data are not always easily fit by a 
single relaxation time. Granek and Cates [34] showed that that the high frequency 
deviations can be accounted for by Rouse-like relaxation modes and primitive path 
fluctuations along the micelle chain. In Figure 3, the deviation from a single-mode 
Maxwell fluid is emphasized by presenting the data as a Cole-Cole plot with the 
normalized storage modulus, 0"/ ,G G  plotted against the normalized loss modulus, 

0'/ .G G  The agreement between the linear viscoelastic data and the predictions of the 
single-mode Maxwell model improves with increasing surfactant concentration. Kern 
et al. [40] showed the break-up time of the wormlike micelles, λbr, roughly 
corresponds to the angular frequency at which the data deviates from the predictions of 
the single-mode Maxwell model. Values of the break-up time have been found for a 
number of different wormlike micelle solutions and typically vary between several 
tens of milliseconds to several hundred milliseconds [41]. Additionally, Kern et al. 
[40] showed that the number of entanglements per wormlike micelle can be 
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 Figure 3: Cole-Cole plot of the data presented in Figure 2. The 
semicircle superimposed over the data represents the predictions of a 
single-mode Maxwell model. 
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approximated by the inverse of the high-frequency minimum in the normalized storage 
modulus.  

A number of branched wormlike micelle systems have been developed recently 
and their shear rheology has been well characterized [19,31,32,42-33]. In this review, 
we have chosen to focus on the mixed anionic and cationic surfactants pioneered by 
Raghavan and Kaler [32,43] because the systems they developed have viscosities and 
relaxation times suitable for extensional rheology measurements using either a 
filament stretching rheometer (FiSER) or a capillary break-up rheometer (CaBER) 
which we will describe in the following sections [45]. Raghavan et al. [32] produced a 
series of wormlike micelles solutions by mixing octyl trimethyl ammomium bromide 
(C8TAB) and sodium oleate (NaOA). By varying the relative ratio of NaOA to C8TAB 
or by fixing the ratio of NaOA to C8TAB and varying the total surfactant 
concentration, Raghavan et al. [32] were able to produce both linear and branched 
wormlike micelles. As seen in Figure 4, at a fixed ratio of NaOA/C8TAB of 70/30, 
their shear rheology measurements showed a maximum in the shear viscosity at 3wt% 
while the elastic modulus of the fluids increased monotonically with increasing 
surfactant concentrations [32,45]. A similar maximum is observed if the total 
surfactant concentration is held fixed and the relative composition is varied from pure 
NaOA to pure C8TAB [32]. Conversely, no maximum is observed in the elastic 
modulus. The elastic modulus is observed to increase monotonically as 9 / 4
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 Figure 4: Steady shear rheology measurements of 70/30 NaOA/C8TAB 

mixtures as a function of total surfactant concentrations at T= 23°C. The 
data include: ! the zero shear rate viscosity, η0, and , the elastic modulus, 
G0. (Adapted from Figure 4 of Ref. [45]) 
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increasing total surfactant concentration. Due to the presence of this maximum in these 
wormlike micelle systems, solutions with very different compositions can have 
identical rheological properties in shear. Raghavan et al.[32] hypothesized, and later 
demonstrated through cryo-TEM imaging, that the maximum in the shear viscosity is 
due to the transition from linear to branched micelles [15,46]. For these systems, 
branching is achieved by adequately screening the surfactant head groups either 
through a stoichiometric balance of the oppositely charged surfactant headgroups 
along the micelle or alternatively through the release of surfactant counterions which 
results in a reduction of the electrostatic double layer around the micelle [32]. 

The decrease in the shear viscosity can be attributed to a new stress relief 
mechanism applicable only to branched micelles. The branch points are not fixed at a 
specific point along the backbone as is the case for branched polymers, but are free to 
slide along the micelle resulting in an additional stress relaxation mode not accessible 
in linear systems [19,47]. The branched points formed in wormlike micelles and their 
effect on the shear rheology are very different from branched points in polymers 
which, because they are fixed along the polymer backbone, make movement through 
reptation more difficult and can dramatically increase the relaxation time and elasticity 
of the polymeric fluids [22]. Additionally, ghost-like crossings become more likely in 
systems that favor branches as the energy barrier to produce the temporary branch 
point decreases.  

2.2. Nonlinear Shear Rheology 

For many years, the unusual properties of surfactant wormlike micelles have 
been studied in shear flows of varying geometry. In a steady shear test, wormlike 
micelles first behave as a Newtonian fluid at low shear rates. As the shear rate is 
increased, they begin to shear thin. Above a critical shear rate, the shear stress 
becomes nearly constant and the viscosity decays as 1η γ −∝ [48]. This plateau in the 
shear stress can extend over multiple decades in shear rate before hitting a high shear 
branch and once again increasing with increasing shear rate. Within this stress plateau, 
and with proper flow conditions, distinct bands of different shear rate can develop. The 
physical mechanism leading to the development of these bands has been the subject of 
intense experimental and theoretical research for the last two decades. Shear bands 
have been observed using several predominantly optical methods including flow-
induced birefringence (FIB) [24,94-51], particle image velocimetry (PIV) [24,52-54], 
light and small-angle neutron scattering (SANS) [37,55,56], and nuclear magnetic 
resonance imaging (NMR) [57,58]. An example of a shear-banded flow is shown in 
Figure 5. 

In a given flow, as the shear rate increases to some maximum or critical value, 
Mγ , the fluid may relax down to the shear stress plateau by forming bands which can 

coexist at different shear rates. The average of the shear rates from the bands must be 
that of the applied effective shear rate, where the proportions are described by a simple 
lever rule [57,58]: 

( ) 1 21γ β γ β γ= − +   (6) 
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As the overall shear rate is increased, the fraction of the high shear rate band, β, 
is increased as seen in Figure 5. A mechanical rheometer can only measure stress and 
the nominal shear rate across the entire sample. As a result, rheometry results are 
observed as the plateau seen in Figure 6 as a dashed line, followed by a transition to 
the upper shear branch once the stress in the sample is high enough [57]. 

There is a great deal of research in the area of elucidating the size distribution, 
and nature of the shear bands that are formed in flows of wormlike micelles. Equation 
6 does not give any insight about the size of the bands or even how many bands may 
exist within the plateau region; it simply constrains the volume fraction in each band 
[57]. Some numerical calculations and recent experiments [24] seem to suggest two or 
even three bands, but the size and precise location of these bands is still difficult to 
predict from theoretical models. The early reptation theory of Doi and Edwards [33] 
predicts non-monotonic behavior in polymers that become aligned along the flow 
direction at high shear rates. Later work by Cates and coworkers [28,34,35,59,60] 
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 Figure 5: Steady velocity profiles from PIV experiments showing shear 
band development in a inner-rotating concentric cylinder Couette device 
with increasing shear rate. The data are for 100/50mM CPyCl/NaSal 
solutions in 100mM NaCl solution and include shear rates of γ =  1 s-1 
(∀), 3 s-1 (8), 6 s-1 (−), and 8 s-1 (Ξ). The data show the presence of shear 
bands above 13sγ −> . Adapted from Figure 8 of Ref. [24]) 
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extended the Doi and Edwards model to wormlike micelles by incorporating break-up 
dynamics. The constitutive equations resulting from this analysis allowed good 
prediction of the observed shear stress in CPyCl/NaSal and other systems [60]. This 
microscopic constitutive model produces a non-monotonic flow curve, shown in 
Figure 6 as a solid line. While the plateau, dashed line in Figure 6, is most commonly 
observed experimentally, some experiments show a hysteretic behavior in controlled 
stress situations [61]. Top-jumping occurs when the flow curve jumps to the high 
shear branch directly from Mγ  in an increasing stress experiment, and bottom-jumping 
when the same flow curve is followed down below the plateau, then jumping to the 
low shear rate branch from mγ . The maximum in the shear stress as a function of shear 
rate can be interpreted as a maximum stress that can be withstood by a reptating 
micelle tube before it fails [28,35,60]. As the shear rate is increased still further, 
progressively more tube segments are broken resulting in a decrease in the shear 
stress. This trend continues until the solvent contribution begins to dominate response 
of the fluid resulting in an upturn in the shear stress at large shear rates. In the shear 
rate range between the maximum and minimum in the shear stress, ,M mγ γ γ< <  the 
homogeneous shearing profile is unstable, however, steady flow can be recovered by 
the formation of shear bands with one band at 1γ  and the other at 2γ  [60,62,63].  

While the Cates model furthers our physical understanding of shear banding, 
because of its numerical complexity, it is only applicable and tractable in simple shear 
flow calculations. For that reason, a number of macroscopic differential constitutive 
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 Figure 6: Schematic representation of flow curve exhibiting plateau 
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models have been studied. The most popular model to use is the Johnson-Segalman 
model [64] because it exhibits a non-monotonic stress growth with shear rate. Olmsted 
et al. [65,66] later extended this model to include a spatially non-local stress diffusion 
term that smoothes the interface between the two bands and in doing so sets their 
location. A similar model, but with variable number density of micelles was 
considered by Cook and Rossi [67,68]. Among other nonlinear constitutive models, 
Fischer and Rehage [69] showed that for a number of CTAB/NaSal wormlike micelle 
solutions that a single-mode Giesekus model [70] with a nonlinear parameter of α = ½ 
(also known as the Leonov model [22]) was able to predict both the linear viscoelastic 
response and the strong shear-thinning associated with the plateau in the flow curve 
very well. However, unlike the Johnson-Segalman model, because the Giesekus model 
does not exhibit a non-monotonic flow curve, it will not produce a shear-banding 
instability [4]. Still other models use a two-fluid approach that solves separately the 
force-balance on the solvent and the micelles thereby allowing for variable 
concentration across the flow [71,72]. 

The problem with these models is that they are phenomenological by nature. 
These models simply constitute an average value of stress which has no direct relation 
to the microstructural dynamics of the wormlike micelles. For the constitutive model 
to accurately predict the highly non-linear behavior of wormlike micelles recent 
experiments have shown that it must include local effects on orientation, dynamics, 
size and concentration of the wormlike micelles [56,58]. The challenge of course is 
determining how much molecular-level information must be included to reproduce the 
proper physics while still maintaining a tractable model. A number of groups have 
begun to develop constitutive models that incorporate the physics of the micellar 
breakage and reformation processes. Manero and co-workers [73,74] proposed a 
simple constitutive model based on a codeformational Maxwell model which couples 
the evolution of the stress to the underlying fluid structure. The model allows for the 
breakdown of viscoelastic micellar structure under shear into a Newtonian ‘fluid’ 
component and the reformation of structure with time. By proposing a break-up rate 
that is dependent on the local shear rate, this model is capable of producing a non-
monotonic flow curve and shear banding. The Manero model quantitatively captures 
the steady-state and transient shear rheology observed in concentrated 
cetyltrimethylammonium p-toluenesulfonate (CTAT) solutions. More recently, 
Vasquez et al. [75] proposed a network scission model that is essentially a discretized 
version of Cates’ original reversible break-up theory. In their network model, two 
micelle species are considered; one of length L that can break in the middle to form 
two micelles of length L/2. The smaller micelles can then subsequently recombine to 
form a micelle of the original length. In determining the form of the break-up and 
reformation rates, Vasquez et al. followed the work of Tripathi et al. [76] who 
developed a two-species network model for describing the rheology of associative 
polymers. The VCM model predicts a non-monotonic flow curve and therefore one 
expects shear banding. In addition, this model is better behaved than the Johnson-
Segalman model in that it predicts a maximum in the extensional viscosity as a 
function of extension rate and obeys the Lodge-Meissner relation in step strain [75]. A 
recent review by Cates and Fielding [4] goes into great detail about these and other 
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constitutive models as they apply to wormlike micelle solutions. The interested reader 
is referred to their work for more information. 

In concentrated wormlike micelle solutions, the existence of the non-monotonic 
shear-banding behavior has been attributed to the formation of highly-aligned nematic 
states in the high shear band by many researchers [51,53]. Cappelaere et al. [77] used 
both shear- and stress-controlled rheology, along with flow birefringence and small-
angle neutron scattering (SANS) to show that a concentrated wormlike system of 
cetyltrimethylammonium bromide (CTAB) undergoes a first-order isotropic to 
nematic phase transition induced by shear. In their study, the rheology confirms the 
stress plateau, flow birefringence allows visualization of the distinct high and low-
shear bands, and SANS can provide information about the phase. The work of Berret 
et al [37,48], using highly concentrated solutions of CPyCl/NaSal in sodium chloride 
(NaCl), provides a great deal of evidence on a phase transition in the wormlike system. 

As will be seen in Section 4.6, these phase transitions can also lead to blistering 
of free interfaces in strong flows. In steady experiments, the CPyCl/NaSal solutions of 
Berret et al in fact show two phases in the high and low shear rate band which are 
stable, but have differing viscosity, orientation, and order parameters [48]. Transient 
rheology has further shown that the flow mechanisms for shear-banding are very 
complex [51]. Observations have shown that there is a first mechanism that occurs on 
the scale of the fluid’s relaxation time, λ , where the micelles behave like a 
conventional elastic polymers, with a stress overshoot and damped oscillations at 
higher strain rates. A second mechanism occurs over much longer time scales and 
manifests itself as a long-time sigmoidal relaxation with a transition from 
homogeneous to inhomogeneous flow. This behaviour is further evidence of a first-
order isotropic to nematic transition which can be accounted for by a simple nucleation 
and one-dimensional growth model [78]. 

The stress plateau has also been seen in less concentrated systems, primarily the 
Rehage and Hoffman model 100mM/60mM CPyCl/NaSal system in water 
[8,49,52,58,79-81]. These lower concentration systems are far from an isotropic-
nematic phase transition on the static phase diagram yet shear banding of the velocity 
profile as been observed in these systems. Long time transient rheology shows that in 
terms of stress, the relaxation of a metastable state to a true steady state occurs on a 
timescale that is much longer than a single Maxwell relaxation time of the fluid [82]. 
While this behavior is similar to what was reported previously for higher concentration 
systems [37], where the results are attributed to nucleation and growth of shear-
induced nematic phase, it is unlikely that the same is true for solutions at lower weight 
fractions [82]. The presence of the shear bands is likely the result of a flow-induced 
shift in the isotropic-nematic phase transition. In addition, Schmidt et al. [83] showed 
that shear-induced phase separation can occur even at relatively low micelle 
concentrations through a coupling of the concentration and stress profiles. Under 
shear, regions of an extended micelle will relax quicker in lower concentration and 
lower viscosity. The micelle thus has a tendency to move from regions of low 
concentration to high concentration leading to flow-induced demixing and 
intensification of concentration variations across a flow. Schmidt et al. [83] also 
demonstrated that the concentration variations from the high to the low shear rate band 
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would result in a stress plateau that was not flat, but had a slight increase with 
increasing shear rate. 

 

3. EXTENSIONAL RHEOLOGY OF WORMLIKE MICELLE 
SOLUTIONS 

Extensional rheology has recently become a topic of great interest and 
importance to the complex fluids community. The extensional behavior of polymeric 
fluids, especially dilute polymer solutions, has received a considerable amount of 
attention in recent years [84], however, little is known about the behavior of wormlike 
micelles solutions in extensional flows, in particular transient flows. Devices like the 
four roll mill and the opposed jet device have been used in the past to investigate the 
extensional behavior of wormlike micelle solutions [85-92]. Unfortunately, these 
devices are plagued by an unknown pre-strain history, some degree of shearing in the 
flow field and the inability to make transient extensional rheology measurements. 
More recently, the capillary break-up extensional rheometer and the filament 
stretching rheometer have emerged as accurate devices for reproducibly measuring the 
response of a wormlike micelle solutions to imposed transient homogeneous uniaxial 
extensional flow fields [23,38,45,61,93,94]. All of these techniques and the results of 
the measurements will be described in the section below. 

3.1. Opposed Jet Device and Four-Roll Mill Measurements 

Prud'homme and Warr [85] were the first to perform a comprehensive study of 
the extensional rheology of wormlike micelle solutions. They studied a series of 
equimolar tetradecyltrimethylammonium salicylate (TTABr) and NaSal solutions in 
both the dilute and semi-dilute regime using a Rheometrics RFX opposed jet device. 
In this device, two opposed nozzles are immersed in a fluid. Depending on the design, 
the fluid is then either sucked by a vacuum into the nozzles or pumped through the 
nozzle to create two impinging jets. The result is an extensional flow field generated in 
the small gap between the two nozzles [95]. To calculate the extensional viscosity, the 
force required to maintain the spacing between the two nozzles is measured.  

The extensional viscosity of a 25.2mM TTABr/NaSal solution as a function of 
extension rate is shown in Figure 7. The response of the wormlike micelle solutions 
studied by Prud'homme and Warr [85] can be best understood within the framework of 
polymer reptation theory [7]. At Weissenberg numbers below the coil-stretch 
transition, 1/ 2,Wi λε= <  a plateau in the steady-state extensional viscosity was 
observed corresponding to the Newtonian response, 03Eη η= . Here, ε  is the 
extension rate and λ  is the longest relaxation time of the fluid. Unlike entangled 
polymer melts [96], for which tube orientation has been found to result in extension-
rate thinning, no such decrease in the steady state extensional viscosity was observed 
as the Weissenberg number was increased. At higher extension rates, chain stretching 
within the oriented segments was observed to lead to extensional thickening of the 
extensional viscoeity. At a critical Weissenberg number, the extensional viscosity was 
observed to reach a maximum and decreases with further increases in Weissenberg 
number. Unfortunately, the data above this critical Weissenberg number is marred by 
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the onset of a flow instability and the ejection of strongly birefringent fluid from the 
stagnation region [85]. Even with the problems associated with the stagnation flow 
field, Prud'homme and Warr [85] theorized that the observed reduction in the 
extensional viscosity at high extension rates was the result of a scission of the 
wormlike micelles in the strong extensional flow. The hypothesis of Prud'homme and 
Warr was later supported by light scattering measurements [86] which clearly 
demonstrated a decrease in micelle radius of gyration coinciding with the onset of 
extensional viscosity thinning and the filament stretching experiments of Rothstein 
[38] which were able to quantify the energy required to scission wormlike micelles in 
strong extensional flows. These results are in qualitative agreement with the results of 
Walker et al. [89] and Hu et al. [97] who showed a similar dependence of extensional 
viscosity at large extension rates for a series of CPyCl/NaCl and CTAB/NaSal 
wormlike surfactant solutions respectively in opposed jet devices. Additionally, 
Walker et al. [89] reversed the flow in the opposed jet device to produce a biaxial 
extensional flow. The results show a marked difference between uniaxial and biaxial 
extension with little or no extensional thickening observed for biaxial extensional 
flows of the wormlike micelle solutions. These results suggest that biaxial stretching 
may be more efficient at disrupting micelles than uniaxial stretching. 

In both of these studies, the extensional thickening was not dramatic as Trouton 
ratios on the order of 0/ 20 40ETr η η= −∼  were achieved. As a point of reference, a 

 
 Figure 7: Extensional viscosity as a function of extension rate for a 

25.2mM TTABr/NaSal solution. The squares represent two different 
opposed jet geometries. For comparison, the steady and dyanamic shear 
viscosities are presented as triangles. Adapted from Figure 4 of Ref. [85]) 
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Newtonian fluid has a Trouton ratio of Tr = 3 and dilute polymer solutions have been 
found to exhibit Trouton ratios in excess of Tr > 1,000 [98]. However, it should be 
noted that the extensional viscosity measured is a strong function of surfactant, salt 
and temperature. Lin et al. [99] used an opposed jet device to measure the extensional 
viscosity of a number of drag-reducing wormlike micelle solutions. They used a 
number of oleyl methyl bishydroxyethyl ammonium chloride (O/12) solutions mixed 
with NaSal at different concentrations and molar ratios. In their study, Trouton ratios 
exceeding Tr > 500 were found for some samples. A general observation was made 
that extensional strain hardening decreases with increasing surfactant and salt 
concentration beyond a molar ratio of 1:1 [99]. These trends were found to be 
consistent for a number of different surfactant and salt concentrations. 

 
 Figure 8: Contour plots of time-dependent SALS patterns for a 30mM 

CTAB and 230mM NaSal wormlike micelle solution in steady 
extensional flow with 11sε −=  produced by a four-roll mill showing 
characteristic butterfly patterns in (b) and (d) and a bright streak in (c). 
Adapted from Figure 10 of Ref. [100]) 
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Up to this point we have interpreted the strain hardening results as the 
stretching of the wormlike micelles. However, there exists another possible 
explanation. Because the micelles self-assemble and are not covalently bonded like 
polymer chains, the size of the micelle can shrink or grow depending on the flow 
conditions. It is therefore possible that the average length of the micelles can increase 
with flow. Wheeler et al. [100] used a Couette cell to produce a shear flow and a four 
roll mill to produce an extensional flow while simultaneously taking both flow 
induced birefringence (FIB) and small angle light scattering (SALS) measurements. 
The advantage of using the four-roll mill is that one gains optical access to the flow. 
The disadvantage is that a direct measurement of stress cannot be made it can only be 
inferred from the FIB using the stress-optical rule [90] which unfortunately is only 
valid at low extension rates and small extensional stresses [38,100]. The SALS 
measurements of the CTAB/NaSal wormlike micelle solutions that were studied 
exhibited a butterfly pattern aligned with the flow direction which can be explained as 
concentration fluctuations linked to hydrodynamic stresses in the fluid. Additionally, 
as seen in Figure 8, the SALS measurements showed a strong bright streak which 
fluctuates in time and suggests the formation of an aligned string phase at moderately 
high shear and extensional rates. Although these observations clearly indicate strong 
alignment of the wormlike micelles with the flow, it is not clear whether or not these 
observations also indicate a change in the aggregation number of the wormlike 
micelles as they unravel, stretch and align with the flow.  

3.2. Filament Stretching Extensional Rheometry 

Although the techniques described in the previous section are capable of 
measuring an apparent steady-state extensional viscosity of wormlike micelle 
solutions, the flow fields are inhomogeneous and plagued by an unknown amount of 
shear. Additionally, they are not capable or making transient measurements. For high 
viscosity fluids like polymer melts, there are a number of commercial techniques 
available such as the Meissner device [101] while for lower viscosity fluids like 
wormlike micelles, filament stretching extensional rheometers are capable of imposing 
a transient homogenous extensional flow and measuring extensional viscosity. 
Filament stretching extensional rheometers are often designed with a long linear stage 
with two sliding motors designed to impose a homogeneous uniaxial extension on a 
fluid filament placed between its two endplates. while simultaneously measuring the 
evolution of the midpoint diameter of the fluid filament created, the force on one of 
the endplates and the flow-induced birefringence at the midpoint of the fluid filament 
[84]. A detailed history of the technique can be found in the following papers by the 
McKinley and Sridhar groups [48,98,102]. The goal of extensional rheometry is to 
generate a motion profile of the rheometer’s endplates such that diameter of the 
filament is forced to decay exponentially with time and the resulting extension rate 
imposed on the fluid filament,  

( )
( )2 ,mid

mid

dR t
R t dt

ε = −   (7) 
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is constant. The deformation imposed upon the fluid filament is often described in 
terms of a Hencky strain, ( )02 ln / ,midR Rε = − where R0 is the initial midpoint radius 
of the fluid filament. The elastic tensile stress difference generated within the filament 
and thus the extensional viscosity of the fluid is calculated from the total force 
measured by the load cell affixed to one of the rheometer’s endplates [103,104].  

 
 Figure 9: Measurements from a filament stretching experiment of a 

50mM CTAB 50mM NaSal wormlike micelle solution at a Weissenberg 
number of Wi = 8.6. The experiment ends abruptly when the filament 
ruptures at a Hencky strain of εrupt = 2.7. Included alongside the 
experimental data are the predictions of the FENE-PM model, ––, the 
FENE-P model, --, and the Giesekus model, – - –. Adapted from Figure 
5 of Ref. [38]) 
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In the work of Rothstein and coworkers [23,38], a filament stretching 
rheometer was used to impose a uniaxial extensional flow on a series of CTAB/NaSal 
and CPyCl/NaSal solutions. Simultaneous measurements of the evolution of the stress 
and flow induced birefringence (FIB) as a function of time and accumulated strain 
where made. As seen in Figure 9, these fluids were found to demonstrate considerable 
strain hardening in the elastic tensile stress and extensional viscosity [38]. Rothstein fit 
the extensional response of the wormlike micelle solutions with a number of 
constitutive equations. A good agreement was found between a multimode FENE-P 
model [105] having a finite extensibility parameter, L2, determined from the physical 
model proposed by Shikata et al. [25] which is based on rubber elasticity theory and 
the knowledge of the wormlike micelle structure derived from light scattering. It 
should be noted that although the steady shear rheology was well fit by a Giesekus 
model, the large value of the non-linear parameter required to fit the dramatic shear 
thinning of the shear rheology caused the Giesekus model to severely underpredict the 
extent of extensional thickening. The development of a constitutive model that is 
capable of accurately predicting both the shear and extensional rheology of wormlike 
micelle solutions is still a pressing need and a topic of active research in this field. 

Above a critical extension rate, the filament stretching experiments of Rothstein 
and coworkers [23,38,106] were all observed to come to an abrupt end with the 
rupture of the fluid filament near its axial midplane. At low Weissenberg numbers, 
below a critical extension rate, the filaments did not rupture, but instead failed under 
elasto-capillary thinning. A similar break-up phenomenon was observed by Tripathi et 
al. [76] during filament stretching experiments of a model associative polymer system 
containing hydrophobically modified ethoxylate-urathane (HEUR) and by Smolka and 
Belmonte [107] who investigated wormlike micelle solutions in a pendant drop 
experiment. In the FiSER measurements, the rupture was found to occur at a constant 
value of the elastic tensile stress, independent of extension rate. As a result, the 
calculated value of the extensional viscosity was found to decrease with increasing 
extension rate, 1/ .ruptη τ ε ε −= ∆ ∝  The resulting trends in the extensional viscosity 
are in qualitative agreement with the extensional rheology measurements performed 
using an opposed-jet device [85,89]. It is likely that observed filament failure and the 
dramatic downturn in the extensional viscosity measured through opposed-jet devices 
are related and both likely stem from the scission of wormlike micelles resulting in a 
dramatic breakdown of the micelle network structure en masse [38]. At the point of 
filament failure, the micelles have been heavily stretched and aligned with the flow. 
The FIB measurements showed nearly-complete elongation of the wormlike micelle 
with the anisotropy in the wormlike micelle’s conformation exceeding 85% of its 
finite extensibility parameter in all cases, 20.85 .fA L∆ >  Additionally, using the 
tensile stress at rupture, Rothstein estimated the energy barrier for filament rupture to 
be roughly B4kE T≈ independent of salt and surfactant concentration [38] for the 
CTAB/NaSal solutions. 

The dynamics of the filament rupture were captured using a high-speed digital 
video camera [106] and are shown in Figure 10. Unlike capillary driven filament 
break-up instabilities, which has been observed to occur in weakly strain hardening 
fluids after considerable necking of the fluid filament [108], the failure of these 
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wormlike micelle filaments occurs before any significant necking has occurred. The 
failure appears to be initiated by the growth of a surface or internal defect in the 
filament that rapidly propagates across the filament cleaving it in two. The propagation 
of the defect and final failure of the fluid filament is quite rapid, taking less time to 
complete than the break-up time of the wormlike micelles. A review of the dynamics 
of the necking of viscoelastic fluid filaments was recently presented by Renardy [109]. 
In his review, Renardy showed that the purely elastic instabilities that were observed 
in these filament stretching experiments are independent of surface tension and can 
occur for fluids in which the extensional viscosity goes through a maximum with 
increasing strain. The observed filament failure mechanism appears similar to failures 
observed in tensile loading of elastic solids and extremely elastic polymer melts [110-
112]. For the case of elastic solids, samples experiencing a uniform tensile 
deformation become unstable and fail when the force or the engineering stress goes 
through a maximum [110]; the Considère criteria [113]. At that point, the solid has 
exhausted its work-hardening capacity and begun to work-soften, destabilizing any 
perturbation along the sample and producing a neck that grows rapidly with time.  

As we will discuss in the following section, the failure of micelle solutions and 
associative polymer solutions in uniaxial extensional flows has also been found to lead 
to new and interesting instabilities in more complex flows such as in the extensional 
flow in the wake of a sphere falling through a wormlike micelle solution [106,114] or 
through an associative polymer solution [115] and the extensional flow in the wake of 
a bubble rising through a wormlike micelle solution [116]. These instabilities have 
great significance to industrial flows of wormlike micelle solutions such as in 
turbulent drag reduction where strong extensional flow are often encountered.  

 

t=0ms 2.5ms 5.0ms 7.5ms 10.0ms 12.5ms 13.8ms 15.0mst=0ms 2.5ms 5.0ms 7.5ms 10.0ms 12.5ms 13.8ms 15.0ms

 
 Figure 10: Series of images showing the rupture of a filament of 50mM 

CTAB 50mM NaSal wormlike micelle solution in a FiSER measurement 
at a Wi = 8.8. The filament fails at a Hencky strain of εf = 2.5. Adapted 
from Figure 5 of Ref. [106]) 
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3.3. Capillary Break-up Extensional Rheometry 

In a capillary break-up extensional rheometer (CaBER), an initial nearly 
cylindrical fluid sample is placed between the two endplates of the filament stretching 
rheometer and stretched typically with an exponential profile, 0 0exp( ),L L tε=  to a 
final length of Lf. The stretch is then stopped and the capillary thinning of the liquid 
bridge formed between the two endplates produces a uniaxial extensional flow that can 
be used to measure an apparent extensional viscosity [117-122]. One of the advantages 
of the CaBER technique is that it is capable of measuring the extensional viscosity of 
fluids with shear viscosities as low as 70mPa·s and relaxation times as low as 10ms 
[117]. In addition, CaBER can reach extremely large Hencky strains, 10ε > , limited 
only by the resolution of the diameter measurement transducer.  

The break-up of the fluid filament is driven by capillary stresses and resisted by 
the extensional stresses developed within the flow. The extensional viscosity of the 
wormlike micelle solution can be determined by measuring the change in the filament 
diameter as a function of time. Papageorgiou [123] showed that for a Newtonian fluid 
the radius of the fluid filament will decay linearly with time, ( ) ( ).mid bR t t t∝ −  
Conversely, Entov and Hinch [121] showed that for an Oldroyd-B fluid, the radius will 
decay exponentially with time, ( ) exp( / 3 )mid ER t t λ∝ −  resulting in a flow with a 
constant Weissenberg number of Wi = 2/3. This value is larger than the critical 
Weissenberg number of Wi = 1/2 needed to achieve coil-stretch transition and thus 
strain hardening of the extensional viscosity of the wormlike micelle solutions can be 
achieved. Additionally, the slope of the diameter as a function of time can be used to 
calculate a relaxation time in this elongational flow, .Eλ  Theoretical predictions assert 
that there should be no difference between the relaxation time measured in shear and 
extensional flow Eλ λ≈  [121] although this is not necessarily observed in practice. 
This is likely do to the very rapid and poorly controlled step-strain required to produce 
the initial fluid filament [124]. An apparent extensional viscosity can be calculated by 
applying a force balance between capillary stresses and the elastic tensile stresses 
within the fluid filament [98] 

/ ( )
.

( ) /
mid

E
mid

R t
t dD dt

σ ση
ε

−
= =  (8) 

To calculate the extensional viscosity, the diameter measurements can either be 
numerically differentiated or fit with the functional form and then differentiated [118]. 

In Anderson et al. [94] and Yesilata et al. [61], a capillary break-up extensional 
rheometer was used to measure the extensional viscosity of erucyl 
bis(hydroxyethyl)methylammonium chloride (EHAC) and iso-propanol in a brine of 
ammonium chloride in deionized water. Their results showed a strong extensional 
hardening for all of the surfactant and salt concentrations that they tested. 
Additionally, Yesilata et al. [61] demonstrated that the extensional relaxation time, λE, 
extracted from intermediate decay of the fluid filament for the EHAC solutions was 
smaller by a factor of approximately three than the longest relaxation time obtained 
from oscillatory shear flow measurements, λ. This observation is different from 
capillary break-up measurements of Boger fluids where the relaxation times were 
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found to be approximately equal, ,Eλ λ≈  as expected from theory [118]. Later 
CaBER measurements by Bhardwaj et al. [23] for a series of CPyCl/NaSal and 
CTAB/NaSal wormlike micelle solutions showed that the ratio of the extensional 
relaxation time to the shear relaxation time, / ,Eλ λ  started at a value much less than 
one and increased monotonically with increasing surfactant concentration to a value 
greater than one. Additionally, Miller [125] recently demonstrated that the value of the 
extensional relaxation time measured was a strong function of the extension rate and 
total strain imposed on the fluid filament during the initial step-stretch. Finally, if one 
compares the extensional viscosity measured in CaBER to that in FiSER at nominally 
the same extension rate, the results do not always agree. Bhardwaj et al. [23] showed 
that for CPyCl/NaSal solutions, the extensional viscosity measurements from FiSER 
are in some instances more than an order of magnitude larger than those measured 
using CaBER. These results demonstrate the sensitivity of these self-assembling 
wormlike micelle solutions to the precise dynamics of the extensional flow and 
suggest that caution should be used when interpreting CaBER measurements of the 
extensional viscosity of wormlike micelle solutions and other self-assembling systems. 

3.4. Extensional Rheology of Branched Wormlike Micelle Solutions 

In extensional flows of linear and long-chain-branched polyolefin melts with 
similar shear rheology, the branched polymers were found to exhibit significantly 
more strain hardening in transient extensional flows than the linear polymers 
[126,127]. The increase in extensional viscosity is a result of increased chain 
stretching and reptation tube dilation resulting from the relative difficulty associated 
with moving a branched point in flow. For a branched micelle, the branch point may 
not represent a similar hindrance to flow. Appell et al. [19] hypothesize that sliding of 
branch points represents a faster stress relief mechanism than reptation or a micelle 
rupture and reformation process that would allow two micelles to move through each 
other at an entanglement point. One therefore might expect that when compared to a 
linear system at the same surfactant concentrations, the extensional rheology of a 
solution of branched micelles might either exhibit significantly less strain hardening or 
a delay in the onset of strain hardening to larger extension rates.  

Fischer et al. [87], studied a series of branched dodecyldimethylamineoxide-
sodium laureth sulphate-sodium chloride viscoelastic surfactant solutions. They used 
an opposed jet device to investigate the effects of wormlike micelle branching in three 
different samples in an elongational flow. The first sample contains short micelles with 
no branches, the second sample contains linear, entangled micelles with slight 
branches, and the third sample contains only branched micelles. The authors 
conducted a series of experiments for extension rates from 10.1ε −= s  to 20s-1. The 
extensional viscosity of the sample containing only short, unentangled micelles did not 
exhibit any extensional thickening. The authors’ second sample which contained 
linear, entangled micelles showed a very weak maximum of extensional viscosity 
whereas the third sample which contained branched micelles was found to reach a 
maximum of extensional viscosity roughly ten times the shear viscosity, 010Eη η+ ≈ , 
followed by extensional thinning with further increases in extension rate. These 
experiments would suggest that increased branching will result in increases to the 
extensional viscosity of the wormlike micelle solution. However, one should note that 
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the strain hardening observed by the authors even in the case of the branched system is 
quite small considering that recent studies of linear wormlike micelle solutions have 
demonstrated extensional viscosities of more than one thousand times the shear 
viscosity [23,38,93]. Additionally, although the opposed jet device allows one to 
measure an apparent extensional viscosity for weakly viscoelastic fluids, it is plagued 
by an unknown pre-strain history and some degree of shearing in the flow field. It has 
recently been shown that the extensional rheology of wormlike micelle solutions is 
extremely sensitive to preconditioning, particularly shear [93].  

A systematic study of the role of branching on the extensional rheology of 
wormlike micelles was performed by Chellamuthu and Rothstein [45] using both a 
filament stretching extensional rheometer and capillary break-up extensional 
rheometer. The experiments were performed using a series of linear and branched 
wormlike micelle solutions consisting of NaOA and C8TAB having a fixed molar ratio 
of 70/30 and a total surfactant concentration varied from 2wt% to 8wt%. As seen in 
Figure 4, the shear rheology of wormlike micelle solutions is found to demonstrate a 
maximum in shear viscosity at 4wt% followed by a sharp decrease in viscosity with 
increasing surfactant concentration. Raghavan et al. [32] hypothesized, and later 
demonstrated through cryo-TEM imaging, that the maximum in the shear viscosity is 
due to the transition from linear to branched micelles [15,46]. As seen in the FiSER 
measurements presented in Figure 11 and the CaBER measurements reported in [45], 

1 2 3 4 5 6 7 8 9
100

1000

10000

M
ax

im
um

 E
xt

en
si

on
al

 V
is

co
si

ty
, η

E,
∞

  [
Pa

.s]

Total Surfactant Concentration [wt%]

1

10

100

1000

M
ax

im
um

 T
ro

ut
on

 R
at

io
, T

r =
η E

,∞
 /η

0

 
 Figure 11: FiSER measurements of the steady-state value of extensional 

viscosity, ,, and the corresponding Trouton Ratio, !, as a function of total 
surfactant concentration for wormlike solutions of 70/30 NaOA/C8TAB 
in water at a constant Weissenberg number of Wi = 3.2. Adapted from 
Figure 10 of Ref. [45]) 
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the steady-state value of the extensional viscosity of the wormlike micelle solution 
was found to demonstrate a similar maximum at 3wt% with increasing total surfactant 
concentration and increasing degree of micelle branching. Additionally, the steady-
state value of the Trouton ratio was found to decay monotonically and rapidly with 
increasing micelle concentration, approaching an asymptote close to the Newtonian 
limit for concentrations of 4wt% and above. Although one expects a decrease in the 
Trouton ratio with increasing concentration and entanglements, the rate of decrease 
seen in Figure 11 is much faster than what has been observed and predicted for 
entangled polymer solutions [96]. The authors hypothesized that the dramatic loss of 
extensional viscosity with the onset of branching was most likely due to the additional 
stress relief mechanisms available to branched micelles that appear to be extremely 
efficient in extensional flows. Specifically, the authors cite the fast and fluid sliding of 
branch points along the length of the micelle and the increased likelihood of ‘ghost-
like’ crossing of micelles at entanglement points with increasing surfactant 
concentration and the presence of branches. It should be noted that the authors found 
that the presence of branching did not affect the filament failure mechanism.  

The measurements by Chellamuthu and Rothstein [45] suggest that transient 
extensional rheology measurements can be used to demonstrate a quantitative 
difference between branched and linear micelles where shear rheology measurements 
could not. Currently, there are no other mechanical techniques for differentiating a 
branched micelle solution from a linear entangled micelle solution [128]. Before this 
work, only cryo-TEM had been successful [14,16-18]. Entangled linear micelles and 
branched micelles look identical in neutron or light scattering and are difficult to 
distinguish through measurements of shear rheology or FIB [128].  

 

4. COMPLEX FLOWS OF WORMLIKE MICELLE SOLUTIONS 

The ability to characterize the shear and extensional rheology of the wormlike 
micelle solutions makes it possible to better understand and perhaps even predict the 
response of these fluids to more complicated flow fields. In the following section we 
will explore a number of complex flows of wormlike micelle solutions where a wealth 
of interesting new dynamics have been observed over the last few years and go into 
some depth into a number of important applications of these materials where the fluids 
experience strong flows.  

4.1. Effect of Pre-shear on Extensional Rheology Measurements 

Perhaps the simplest way to study a complex flow is to apply a known pre-
shear to a wormlike micelle solution just prior to stretching it in either a FiSER or 
CaBER. Bhardwaj et al. [93] did just that using a number of CTAB/NaSal and 
CPyCl/NaSal wormlike micelle solutions. As the strength and duration of the applied 
shear rate were increased prior to a filament stretching experiment, the strain 
hardening of the extensional viscosity was delayed to larger Hencky strains. This trend 
is consistent with similar pre-shear measurements for polymer solutions [129], 
however, it should be noted that the delay is significantly more pronounced for 
wormlike micelles even at shear rates below a Weissenberg number of Wishear < 1. The 



 24

delay in strain hardening likely stems from the need for the micelle to either rotate 
from the shear direction where it was rotated during the pre-shear cycle into the stretch 
direction or, alternately, to compress back through its equilibrium conformation before 
it is subsequently stretched. In the no pre-shear case, the value of the elastic tensile 
stress at filament rupture was found to be independent of imposed extension rate, 
however, Bhardwaj et al. [93] found that the maximum elastic tensile stress and 
therefore the extensional viscosity decreased dramatically with increasing pre-shear 
rate and duration. The most dramatic effects were observed at shear rates for which 
shear banding had been observed, however, the authors hypothesized that even in the 
absence of shear banding, the reduction in the strain hardening suggests that the pre-
shear might reduce the size of the wormlike micelles or perhaps changes the 
interconnectivity of the micelle network prior to stretch. This is in stark contrast to the 
observations of Anna and McKinley [129] who observed no discernable difference in 
the steady-state value of the extensional viscosity of polymer solutions with and 
without pre-shear. 

Bhardwaj et al. [93] also investigated the effect of pre-shear on the extensional 
viscosity measured in the capillary break-up rheometry experiments. Their 
observations were very different from that observed in filament stretching. The 
wormlike micelle solutions were found to strain harden faster, achieve larger steady-
state extensional viscosities and an increase in the extensional relaxation time with 
increasing pre-shear rate and duration. The difference between the response of the 
wormlike micelles in filament stretching and capillary break-up experiments 
demonstrates the sensitivity of these self-assembling micelle networks to pre-
conditioning and again highlights the difficulty in properly interpreting of CaBER data 
for wormlike micelle solutions with or without pre-shear. A complete understanding of 
the response of these wormlike micelle solutions in CaBER may require the 
development of new constitutive models for wormlike micelle solutions.  

4.2. Flow Past a Falling Sphere 

The motion of a sphere falling through a viscoelastic fluid is one of the most 
heavily studied problems in experimental and numerical non-Newtonian fluid 
mechanics [130-132]. Because of its geometric simplicity and the complex nature of 
the flow with regions of shear near the sphere and extension in the wake, the motion of 
a sphere falling in a bounded cylinder of fluid has been chosen as a benchmark 
problem for numerical simulations [133]. This flow is thus an excellent choice for 
experimentally investigating the response of wormlike micelles to complex flows as 
was done by both Jayaraman et al. [114] and Chen and Rothstein [106] using 
CTAB/NaSal solutions of different concentrations. 

In Chen and Rothstein [106], a detailed experimental investigation of the flow 
of a 50mM CTAB and 50mM NaSal wormlike micelle solution past a falling sphere 
falling within a column of a wormlike micelle solution was presented. By determining 
the terminal velocity of a number of different density spheres, the drag was calculated 
as a function of Weissenberg number. At low Weissenberg numbers, the drag on the 
spheres was near the expected Newtonian limit. As the Weissenberg number was 
increased, the drag was observed to decrease as a result of shear thinning. As the 
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Weissenberg number was increased further, the establishment of a strong extensional 
flow in the wake of the sphere causes the drag to increase to a value larger than that of 
a Newtonian fluid with the same viscosity. The presence of the strong extensional flow 
was documented through both full field and pointwise FIB measurements and resulted 
in a strong negative wake behind the sphere.  

At a critical Weissenberg number, the flow becomes unstable and fluctuations 
in the sedimentation velocity of the sphere are observed. A series of images are 
presented in Figure 12 documenting the unstable sedimentation of an aluminium oxide 
sphere. For the unstable flows, the velocity flow field is observed to fluctuate between 
a negative and extended wake while the FIB measurements demonstrated a time-
periodic growth and pinch-off of a strong birefringent tail in the wake of the sphere. 
Jayaraman et al. [114] also observed an instability in the sedimentation velocity of a 
sphere falling through a 9mM CTAB an 9mM NaSal wormlike micelle solution. With 
the exception of the measurements of Bisgaard [134] which showed a fluctuating 
velocity in the wake of a sphere falling through a polyacrylamide solution at high 
Weissenberg number that was never independently reproduced, no other low-Reynolds 
number elastic flow instabilities have been observed for a sphere falling through a 
polymer solution or melt. The instability observed by Jayaraman et al. [114] and Chen 
and Rothstein [106] is most likely a stress-induced evolution of the entangled 
wormlike micelle network structure. Chen and Rothstein [106] presented strong FIB 
evidence that suggests that the flow instability is the result of a breakdown of the 
wormlike micelle network structure in the wake of the sphere. This breakdown is 
shown to be related to the filament rupture observed in the extensional rheology 
experiments [38]. 

4.3. Flow Past a Rising Bubble 

An interesting parallel experiment to the flow past a falling sphere is the flow 
past a rising bubble. The geometry is quite similar in both experiments, except in the 
case of a rising bubble, the interface is no longer no-slip nor is it non-deformable. In a 
number of interesting experiments, Liu et al. [135] studied rising bubbles in 

t=0.0

a 

t=1.0 t=2.0 t=2.2 t=2.4 t=2.7 t=3.0 t=3.2 t=3.4 t=4.4 t=5.4

b c d e f g h i j k 
 

 Figure 12: A series of images showing the unstable motion of an 
aluminum oxide sphere with a sphere-to-tube ratio of a/R = 0.125 and 
falling with an Weissenberg number of Wi = 3.8. (Adapted from Figure 8 
of Ref. [106]) 

 

 



 26

viscoelastic polymer solutions. They demonstrated that at flow rates corresponding to 
large capillary numbers, a two-dimensional cusp or a “knife’s edge” which is sharp in 
one direction and broad along an orthogonal view can appear at the tail of the rising 
bubble while the leading edge remains approximately spherical.  

The motion and shape of a rising bubble in polymer solutions has been found to 
be stable. However, a new instability was discovered for the flow of a both 
CTAB/NaSal and CPyCl/NaSal solutions past a rising air bubble by Belmonte and 
coworkers [116,136]. As seen in Figure 13, above a critical velocity, the tail of the 
bubble was found to grow slowly with time until it reached a maximum length at 
which point the tail was observed to retract quickly and then begin to grow again with 
time. The sudden retraction of the tail was observed to correlate with a rapid 
acceleration of the bubble. Handzy and Belmonte [116] demonstrated that the nature 
and presence of the instability was directly related to the wormlike micelle 
concentration and possibly the presence of branching in the wormlike micelles. The 
presence of the surfactant is most likely not the cause of the oscillations because there 
exist a number of concentration and temperature regimes where the cusps do not 
oscillate and are stable. Additionally, as with the sedimentation of the spheres, FIB 
measurements have shown that a strong extensional flow is present in the wake of the 
rising bubble. The origins of this instability is therefore likely the result of a 
breakdown of wormlike micelles in the wake of the bubble and related to the unstable 
motion of spheres [106,114] and the rupture of fluid filaments in extensional flows 
[23,38,107]. However, so that the reader doesn’t think that wormlike micelle solutions 
have cornered the market on interesting flow phenomena in the wake of bubbles, Soto 
et al. [137] observed some fascinating flow structures including a long tail in the wake 
of a bubble rising through an associative polymer solution. As with wormlike micelle 
solutions, these interesting flow phenomena are the result of the coupling of 

 
 Figure 13: A series of images taken 67ms apart showing the unstable 

motion and oscillating cusp of an air bubble rising through an 10.7mM 
CTAB and 10.7mM NaSal wormlike micelle solution. (Adapted from 
Figure 3 of Ref. [136]) 

 

 



 27

microstructure of the associative polymers with the stresses fields and flow 
kinematics. 

 

4.4. Flow through Porous Media 

Understanding the flow of viscoelastic wormlike micelle solutions through 
porous media has become an extremely important industrial problem because 
wormlike micelle solutions are finding use in enhanced oil recovery where they are 
often used as a polymer-free fracture fluid for stimulating oil production 
[1,20,138,139]. Fracture fluids are driven into recovery wells at enormous pressure in 
order to open up cracks in the sandstone and speed up oil recovery. Wormlike micelle 
solutions are ideal for these applications because they shear thin extremely quickly 
which allows them to be pumped relatively easily and at low cost. Additionally, the 
high zero-shear viscosity of the fracture fluids allows sand or other proppants to be 
suspended in the fluid and transported to the newly induced fracture under pressure 
where they pack tightly enough to keep the fracture from fully closing when the well is 
depressurized yet with enough permeability to maintain efficient flow. The recent turn 
to wormlike micelle solutions as fracture fluids as a replacement for polymer solutions 
is due to a number of advantages that they possess. In order to transport the proppants 
into the fractures, the fluid’s viscosity has to be very high. In the case of polymer 
solutions, large viscosities are typically achieved using high concentrations of high 
molecular weight polymers, which are often cross-linked into gels [20,138]. Once the 
proppants are in place, the fluid must lose its viscosity to allow the proppants to settle 
into place and the carrier fluid to be flushed out of the well. For polymer gels, the 
solution is the use of delayed oxidization or enzymes to break down the polymers; a 
process which is often inefficient. On the other hand, the morphology of micelles 
changes from wormlike to spherical upon contact with oil in the reservoir resulting in 
orders of magnitude reduction in the fluid’s viscosity and nearly complete recovery of 
the fracture fluid from the reservoir [20,138]. Wormlike micelle solutions have found 
use in a number of other oilfield applications as well. For a more complete and 
detailed review, the readers are directed to the papers by Maitland [138] and Kefi et al. 
[20]. 

The flow through porous media is a tortuous flow with regions of high shear in 
cracks and narrow capillaries and regions of strong extensional flow as the fluid is 
accelerated into capillaries from relatively large reservoirs or holes within the rock. 
Unfortunately, flow through cores of sandstone or other opaque porous media it is 
difficult to analyze because the exact nature of the media is unknown and the flow 
cannot be visualized. For that reason, most porous media studies use an idealized 
porous media like a packed bed of glass spheres where the permeability and tortuosity 
are known a priori and the flow can be observed to some extent with proper index of 
refraction matching [92,140]. 

For Newtonian fluids in porous media, the flow can be described using Darcy’s 
law which states that the average velocity through the media can be determined from 

/V pφ µ= ∆ , where φ is the porosity of the media, ∆p is the pressure drop and µ is the 
Newtonian viscosity [131]. Clearly, when the fluid is viscoelastic, Darcy’s law is not 
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sufficient to describe the flow rate as a function of pressure drop. Often, an effective 
Darcy’s viscosity or a resistance coefficient, Λ = µapp/µ, are measured experimentally 
or derived through numerical simulations as a function of flow rate for viscoelastic 
fluids so that Darcy’s law can continue to be used. For the case of the flow through a 
packed bed of spheres of diameter d as seen in Figure 14 the dimensionless apparent 
viscosity becomes 

2 3

2

( / ) ,
(1 )

d P L
V
φ

µ φ
∆

Λ =
−
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and the effective shear rate is approximated by 20 /app V dγ φ=  [92]. For polymers like 
polyacrylamide (PAA) which strain harden in extensional flows and shear thin in shear 
flows, extremely large Darcy viscosities have been measured demonstrating how 
dominant the extensional component of porous media can be to the overall flow 
[140,141]. Similar observations were also made for wormlike micelle solutions 
[92,142]. Muller et al. [92] investigated the flow of a CTAT solution through a packed 
bed of monodisperse 1mm glass spheres. The shear rheology of the CTAT showed a 
modest shear thickening while the opposed-jet measurements of the extensional 
viscosity showed very little if any strain hardening. Although, it should be noted that 
the lack of strain hardening might simply be a result of scission of the wormlike 
micelles at the very large extension rates applied. As seen in Figure 13, for relatively 
low CTAT concentrations, the resistance coefficient was found to increase quite 
dramatically with increasing shear rate. The increase is an order of magnitude larger 

 
 Figure 14: Flow of CTAT solutions through an idealized porous media. 

The figure is plotted in terms of a resistance coefficient, Λ, as a function 
of shear rate. (Adapted from Figure 4 of Ref. [92]) 
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than the shear thickening observed which the authors hypothesize is a synergistic 
interaction between the shear and extensional components of this complex flow 
resulting in the large observed viscosity enhancement [92]. Similar behaviour was 
observed even for the most dilute solutions that the authors explored even those not 
demonstrating shear thickening. Recently, Boek et al. [143] experimentally 
investigated the flow of EHAC through a microfluidic expansion contraction. Micro 
particle image velocimetry (µ-PIV) measurements of the flow through this idealized 
pore showed large recirculation regions upstream of the contraction. As has been seen 
with similar flows of polymer solutions [144,145], these vortices appeared to be 
unstable thus demonstrating how complex the flow through the pore space in natural 
rock can be. With the importance of the flow of wormlike micelle solutions through 
porous media one would expect there to be more literature available than there is. 
Clearly, this is an area where fundamental studies with well-characterized fluids can 
still have a major impact on an extremely important and continuously evolving 
industrial field. 

4.5. Turbulent Drag Reduction 

It has been known for quite some time that the addition of high molecular 
weight polymers or wormlike micelles to high Reynolds number turbulent flows can 
produce significant turbulent drag reduction [2,146]. A significant effort has been 
made recently to understand polymer drag reduction. Direct Numerical Simulations 
(DNS) coupled with constitutive models such as the FENE-P [147-150] or Giesekus 
model [148] or with Brownian dynamics simulations of the polymer deformation using 
FENE dumbbells [151] have helped to explain the origins of polymer drag reduction. 
These simulations clearly demonstrate that polymer solutions with large ratios of their 
extensional to shear viscosity (large Trouton ratios) inhibit turbulent generation events 
within the buffer layer where polymers are stretched near their finite extensibility limit 
by strong biaxial extensional flows [148]. Additionally, energy spectrum analysis has 
shown that a substantial fraction of the energy produced by the mean flow is 
transferred into elastic potential energy of the polymers [149] around near-wall 
vortices [150] thereby reducing the intensity of turbulent fluctuations. The energy 
stored in the polymer is subsequently returned to the flow as the polymer relaxes and 
can increase energy of streamwise fluctuations and streaks even as near wall 
turbulence is damped [149,150]. 

An excellent review on surfactant-induced drag reduction was written by Zakin 
et al. [2] about ten years ago. Since the publication of that review, Zakin and 
coworkers have undertaken an extensive experimental investigation to understand the 
impact of wormlike micelle structure and rheological properties on drag reduction. 
Their studies included an investigation of the influence of type and quantity of 
counterion in cationic systems [99,152,153] and the effect of various mixtures of 
cationic and zwitterionic surfactants [154,155]. The authors conclude that the only 
clear prerequisite for drag reduction appears to be the presence of wormlike micelles 
and the subsequent strain hardening of the extensional viscosity. This is consistent 
with the analysis of polymer-induced turbulent drag reduction. For polymer drag 
reduction, a maximum drag reduction asymptote (MDRA) exists which limits the 
extent of drag reduction that can be achieved [146]. A similar MDRA exists for 
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surfactant drag reduction, however, even though the drag reduction mechanism 
appears to be the same for polymers and wormlike micelles, the MDRA for surfactant 
drag reducers has been found to be between 5-15% higher depending on Reynolds 
number [156,157]. This is even more remarkable when one considers that the zero-
shear rate viscosity of the drag-reducing wormlike micelle solutions are often an order 
of magnitude larger than that the drag-reducing polymer solutions and water. It still 
remains an open question why surfactant solutions are so much more efficient at 
reducing turbulent drag. It is possible that the difference is linked to the additional 
energy dissipated by wormlike micelles as they break down under strong stretching 
flows. However, we won’t know for certain until tractable constitutive models for 
wormlike micelles have been developed and large-scale DNS simulations can be 
performed with them.  

4.6. Impact of Drops and Spheres 

Understanding the impact dynamics of droplets of wormlike micelle solutions 
on dry surfaces as well as thin films of viscoelastic wormlike micelle solutions is 
important to applications ranging from inkjet printing to agrochemical spraying to 
spray coating where viscoelastic additives are often used to reduce secondary drop 
formation and the rebound of the impinging drop. A number of experiments have also 
been performed studying the effect of dynamic surface tension and elasticity on the 
impact of dilute polymer solutions and surfactant solutions on dry surfaces [158-161]. 
These studies demonstrated that the addition of a small amount of polymer solution or 
wormlike micelles dramatically increases the threshold for splashing and drop 
rebounding. These studies found that the drop impact dynamics are a strong function 
of the surface hydrophobicity and roughness, the Ohnesorge number, the Webber 
number and the Weissenberg number of impact. Similar measurements were done for 
the impact of drops on thin films of wormlike micelle solutions [162]. The addition of 
elasticity to the thin film fluid was found to suppress the crown growth and the 
formation of satellite drops with the largest effects observed at small film thicknesses. 
Similar observations were made for the impact of drops on thin films of polymer 
solutions [163]. In contrast to polymer solutions where the height of the Worthington 
jet was found to increase monotonically with increasing drop velocity [163], a plateau 
was found in the growth of the maximum height of the Worthington jet with 
increasing impact velocity for a series of wormlike micelle solutions [162]. Lampe et 
al. [162] hypothesized that the complex behavior of the Worthington jet growth was 
the result of a dissipative mechanism stemming from the scission of wormlike micelles 
under the strong extensional and shear flow conditions.  

The impact of solid spheres on deep reservoirs of polymer solutions and 
wormlike micelle solutions was recently investigated. Cheny and Walters [163] 
showed that the large extensional viscosities of polymer solutions resulted in a 
significant reduction in the maximum height reached by the Worthington jet upon 
impact. Additionally, the viscoelasticity has been found to cause spheres to oscillate 
before coming to steady-state velocity after being released from rest within the fluid 
[164] or being dropped from a height above the surface of the fluid [165]. Akers and 
Belmonte [165] made a number of interesting observations while studying the impact 
of spheres on an 80mM CPyCl 60mM NaSal wormlike micelle solution. They found 
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that above a critical impact velocity, the air cavity formed behind the impacting sphere 
transitions from a smooth interface and pinch-off as has been previously observed for 
impacts on both Newtonian fluids and polymer solutions to a heavily textured surface 
shown in Figure 15. The authors suggest that the irregularities at the air-fluid interface 
may be the result of localized fracture of the wormlike micelles as they are stretched 
by the impacting sphere. Similar blistering has been observed on filaments of 
wormlike micelles being stretched just prior to filament rupture [107] and can also be 
observed at the interface of large bubbles rising through the wake of falling sphere as 
seen in Figure 15 [165]. Additionally, these bubbles are observed to take on an odd, 
spade-like or inverted heart shape as they rise. Zhou et al. [166] recently showed that 
by modelling the fluid in the wake of the sphere as an aligned nematic phase with an 
anchoring energy on the bubble that is of the same order as the interfacial tension and 
the bulk elasticity of the fluid, that the shape of the bubble could be qualitatively 
predicted numerically.  

4.7. Atomization and Sprays 

The structure, kinematics and stability of thin films has been well studied both 
experimentally and analytically throughout the literature for Newtonian fluids [167-
170]. However, despite the importance of these fluids and flows to a host of 
commercial and industrial applications such as agrochemical spraying, spray coating, 
and inkjet printing, little work has been done to study the break-up of thin films of 

 
 Figure 15: Impact of a 0.95cm steel sphere dropped from 70cm on an 

80mM CPyCl 60mM NaSal wormlike micelle solution. The images 
show the formation of texture on the surface of the cavity that does not 
stretch or move as the sphere falls through the fluid. The texture is also 
observed for large (2cm3 ) bubbles rising through the wake of the sphere. 
(Adapted from Figures 11 and 15 of Ref. [165]) 
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viscoelastic fluids [171-177]. By comparison, the break-up of viscoelastic fluid jets is 
well understood and it has been shown that strain hardening of the extensional 
viscosity can stabilize viscoelastic jets while retarding satellite drop formation and 
increasing the main droplet size [61,178-181]. A number of experimental studies of 
the atomization of polymer solutions have found that the addition of viscoelasticity 
and specifically large extensional viscosities negatively impact atomization of thin 
films formed by a number of different types of nozzles because viscoelasticity tends to 
stabilizes both the external rim of the thin films and the internal rims formed as the 
thin film ruptures [171,172,174]. Additionally, it has been demonstrated that 
increasing extensional viscosity increased the average size of the spray droplets and 
broadened the drop size distribution [171,172]. These studies clearly demonstrate that 
the rheology of the fluid must be strongly considered when choosing or designing a 
nozzle to atomize viscoelastic fluids.  

Brenn et al. [176] performed a linear stability analysis on an infinitely wide 
non-Newtonian liquid sheet moving within an inviscid gas. They showed that unlike a 
liquid jet, for a liquid film surface tension is stabilizing and not destabilizing. The 
sheets are instead primarily destabilized by aerodynamic effects. The fluid viscosity 
also stabilizes the sheets, but the elasticity of the non-Newtonian fluid strongly 
destabilizes the sheet increasing the growth rates of both symmetric and anti-
symmetric two and three-dimensional disturbances [176]. These predictions may seem 
to contradict the experimental observations; however, Brenn et al. [176] did not 
consider the rim of the fluid sheet in their analysis so to understand their results one 
must focus only on the change of stability of the internal sheet and not its rim. These 
predictions were recently supported by a number of experiments performed using a 
series of CTAB/NaSal wormlike micelle solutions designed to investigate the flow 
kinematics and stability of viscoelastic fluid sheets produced from a series of 
commercially available flat-fan and hollow-cone spray nozzles [175,177]. As the flow 
rate through the nozzles was increased, the viscoelastic fluid sheets were found to 
grow larger; eventually becoming unstable, and atomizing into drops. For the flat-fan 
spray-nozzles, Newtonian water sheets were found to first destabilize along the fluid 
rim. The addition of viscoelasticity was found to stabilize the rim while 
simultaneously destabilizing the fluid sheet in agreement with the predictions of Brenn 
et al. [176]. The internal rims seen in Figure 16 were produced by multiple holes in the 
sheet eventually colliding to produce a complicated highly interconnected structure 
which is similar to the ‘fluid webs’ observed by Miller et al [175]. Both the rim at the 
edge of the fluid sheet and the internal rims are long-lived owing to the large 
extensional viscosity of the fluid thereby reducing the efficiency of atomization. 
Additionally, it is the lack of a rim along the fluid sheets produced by a hollow-cone 
nozzle that appear to result in an improved atomization for viscoelastic fluids [177]. 
Increasing viscoelasticity of the test fluid was found to stabilize the thin films 
produced by both the flat-fan and hollow-cone spray nozzles, thereby shifting the 
break-up of the sheets to larger flow rates. However, beyond the critical flow rate for 
sheet rupture, increases to the fluid elasticity were found to alter the dynamics of the 
atomization of the viscoelastic fluid sheets by increasing the number and growth rate 
of holes in the sheet while simultaneously reducing the initiation time for sheet 
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rupture. It is not yet known whether these observations are general for viscoelastic 
fluids or unique to wormlike micelle solutions. 

 

5. CONCLUSIONS 

In this review, we have surveyed recent experimental, numerical and theoretical 
developments for nonlinear rheology of viscoelastic wormlike micelle solutions and 
the response of these complex fluids to strong flows. Specific emphasis was placed on 
extensional rheology measurements and complex flows having strong extensional 
components where a wealth of interesting new flow phenomena have recently been 
discovered. In many of these flows, viscoelastic wormlike micelle solutions behave in 
a manner very similar to polymer solutions. Wormlike micelle solutions demonstrate 
strain hardening of their extensional viscosity that can result in an increased resistance 
to complex flows such as the flow past a sphere or the flow through porous media. 
Additionally, the large extensional viscosity of these fluids has led to significant drag 
reduction in turbulent flows. However, wormlike micelles are self-assembled and as 
such are quite different from polymer solutions. Under large elastic stresses, wormlike 
micelles can break apart. This failure and the resulting morphological changes have 
been linked to a number of newly discovered elastic instabilities not present in 
polymer solutions. 

 
 Figure 16: The break-up of sheets of 10mM CTAB/NaSal produced by a 

65o flat fan nozzle and a hollow-cone nozzle at Webber numbers We = 
1.1×104 and We = 2.9×103 respectively. (Adapted from Figures 8 and 17 
of Ref. [177])  
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In each of the previous sections, we have attempted to note some specific 
challenges and open questions that remain in this relatively new and exciting research 
field. Just as the amazing complexity of wormlike micelle solutions makes them so 
fascinating to work with, it is this same complexity that makes the response of these 
fluids difficult to understand, to interpret and ultimately to predict. Experimental 
results of wormlike micelle solutions in strong flows are becoming more and more 
plentiful; however, currently our interpretation of these results are performed with 
only a partial understanding of the underlying micelle dynamics in strong flows. An 
in-depth understanding of the underlying physics can only be achieved through 
systematic studies which directly compare careful experimental measurements and the 
predictions of constitutive models derived explicitly for wormlike micelle solutions. 
Phenomenological models such as the Johnson-Segalman model are not sufficient 
because they simply constitute an average value of stress which has no direct relation 
to the microstructural dynamics of the wormlike micelles. Constitutive models must be 
developed which include local effects on orientation, dynamics, size and concentration 
of the wormlike micelles. The challenge of course is determining how much 
molecular-level information must be included to reproduce the proper physics while 
still maintaining a tractable model. It is encouraging that a number of groups have 
taken up this challenge and have begun to develop constitutive models that incorporate 
the physics of the micellar breakage and reformation processes. I look forward to 
seeing what the next few years will hold. 
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